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Abstract
Batteries will continue to encounter the problemof dendrite formation until a suitable solution is
identified to address the problem.Dendrite formation can short circuit batteries cells, reduce their life
span, voltages and causemechanical abrasion to the cells. Batteries electrodes are part of the
approaches that can be used to address these problems but depending on the fabrication of these
electrodes and dimensions. Before fabricating and incorporating a real anode reactor to a fabricated
ZnBr2 cell system, it was necessary tomodel the behaviourwith injected carbon particles in between
254microns to 354microns and simulate the geometry inCOMSOL to observe their interactionwith
the electrolyte. This study investigates the performances of a designed anode reactor and to observe
within the reactor the effect of having a uniform andnon-uniform current density distribution before
the fabrication, physically charge and incorporating it to the anode-side of ZnBr2 cell system.

1. Introduction

Currently, numericalmodelling in any research is now important. It is used to assess the technical solution of a
design at any choice and at a design stage. Furthermore, through numericalmodelling, the final results can be
approached usingmathematicalmodellingwithout presenting the prototypes of the fabricated physicalmodels
[1, 2]. Charged particles within zinc bromine batteries cells systems anode reactors determine the reduction and
the re-oxidizing of these chargedmetallic zinc on the anode feeder electrode. Current density distribution is a
major concern in the design of electrochemical cells in relation to the incorporated anode and cathode
electrodes and circulating electrolytes [3]. Choosing a suitableflow rate also determines current density
distributionswithin electrochemical reactors [4]. However, non-uniform current density distribution in
electrochemical cells can be detrimental to the state of health of batteries cells because the electrode areas are
usually subjected to high current density distribution [5, 6].

Inmany cases, electrodes degrade faster when part of them are exposed to high current density [7, 8].
Additionally, having a uniform current density distribution begins in the electrolyte before progressing to solid
electrodes surfaces andwithin reactors (electrodes) having either high or low surface area [9]. Somany issues
required addressing, such as the optimization and utilization of electrocatalysts and having the knowledge
regarding current density distribution.Most electrocatalysts are fabricated with expensive noblemetals [10–12].

Non-uniform consumption and deposition, and unreasonably high overvoltage, can result to energy loss
and possibly a detrimental side-reaction, whichmay be the other effects that onewould like tominimize. To
achieve a laminarflow influidized bed reactors is also another issue that required addressing and particularly the
flow regimewith the injected particles. However, to successfully address these challenges required designing a
promising anode reactor that can be used to tailormost of these challenges [13–18].
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2.Numericalmodel

2.1. Geometry andboundary conditions
In Solidworks 2019 [19], the CADmodel was designedwith the consideration that the experimented fluidized
bed reactor had to be conductive. In addition, the designed specification in themodel usedwere the length of
100 mm, breadth of 130 mmand thickness of 12 mm, respectively. The added flowpathsweremade to be 7 mm
thick to prevent the reactor from encountering any uncontrolled turbulences since laminar flowwas expected
within the reactor. The red arrow infigure 1 has identified the created flowpaths. Details of the presented
geometry is given in the ECS journal, on practical development of a ZnBr2flowbatterywith a fluidized bed
anode zinc-electrode [20]. The study has presented the result from the investigated three feeder electrodes,
namely ANSYS [21] simulation, COMSOL [22] simulation and laboratory experiment [20] before selecting the
most conductive feeder electrodes and the hydrodynamic behaviour of the examined glass beads and carbon
particles within the fabricated anode-reactor. However, by furthermodelling the geometry in COMSOLwas to
observe the particle trajectories.With the particle trajectories, it was possible to identify the escaping particles
and particles that were conductive during the lab experiment and those not properly conductive according to the
gradient. Furthermore, and to compare the presented ANSYS numerical results in the ECS journal [20].

Figure 1.Geometry of thefluidized bedmodel, facing (a) up, and (b) down.
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The designed fluidized bed reactor geometricmodel infigure 4was selected because it has a great influence
on the established experimental results. In addition, the designed andmodelled high surface area of thefluidized
bed anode reactor has demonstrated that it could prevent the issue of dendrites formation during the charge and
discharge process.

The anode fluidized bed reactor was capable for fast electron transfer and properlymixed the injected carbon
particles before the fabricating the anode reactor and incorporating it to the fabricated ZnBr2 cell system for the
laboratory experiment [20, 23, 24]. The fabrication and investigation of the anode reactor has been presented in
literature [20], with details the practical development of a ZnBr2 flowbattery using afluidized bed anode zinc-
electrode.

2.2. Global definitions
InCOMSOLMultiphysics, more detailed information regarding the geometry statistics has been provided for
thefirst investigated parameters, as shown in tables 1 and 2. TheCAD importmodule and particle tracing
modulewere the products utilised in thismodel. The chosen parameters presented in the tables were chosen and
modified to thefit the reactor’s design. It was shaped to achieve a laminar flowwithin the designed anode
reactor. All units were specified inm (length unit) and in degree (angular unit). Based on themesh statistics for
the geometry, the observed number of boundaries within the reactorwas 61, number of edges (174), number of
vertices (116), and one as the number of domains.

2.3. Laminarflowwithin the reactor
At the Inlet, a Poiseuilleflowwas specifiedwith an average velocity of 0.4 cm s−1. At the outlet, a uniform
pressure of 101600 Pa (relative to atmosphere)was also specified. The Laminar Flow interface was used to solve
for thefluid velocity and pressure, as shown in equation (1):

r K =  - + +u u F. pI 1( ) · [ ] ( )
=V up 0 2· ( ) ( )

m=  + k uu 3T( ( ) ( )

where·μ is the dynamic viscosity (SI unit: kg/(m·s)),·u is thefluid velocity (SI unit:m s−1),·ρ is thefluid
density (SI unit: kg m−3), and·p if the pressure (SI unit: Pa). The particle positions are computed by solving
second-order equations ofmotion for the particle position vector components, followingNewton’s second law,
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where·q is the particle position (SI unit:m),·v is the particle velocity (SI unit:m s−1),·mp is the particlemass
(SI unit: kg), and·Ft is the total force (SI unit: N). The only force is the drag force Ft (SI unit: N). Because the
particles diameter was 3.54E-7 (m) and the particle velocity relative to thefluid is not too large, the Stokes drag
law is applicable,

pm= -F d u v3 6D p( ) ( )

Table 1.Parameters.

Name Expression Value Description

Ra 50 (mm) 0.05 m Reactor radius

u_av 0.4 (cm s−1) 0.004 m s−1 Mean velocity

p_atm 101600 (atm) 1.0295E10 Pa Pressure

T 296 (K) 296 K Temperature

Table 2.Material selection.

Name Value Unit

Density 1000 kg m−3

Dynamic viscosity 1e-3 Pa·s
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where·u is the fluid velocity (SI unit:m),·m is thefluid dynamic viscosity (SI unit:m s−1),·dp is the particle
diameter (SI unit: kg). In addition to the drag force, the optional virtualmass force Fvm and pressure gradient
force Fp on the particle was also be considered.

The virtualmass and pressure gradient forces were neglected since the density of the particle phase ismuch
greater than the density of the fluid phase, as is true for solid particles in a liquid. However, these forcesmight
approach the same order ofmagnitude as the drag force since the particles are in a liquid. There are 3000
particles released. The density of the particles released is normalized according to themagnitude of the fluid
velocity at the inlet.

Thismeans that there aremore particles releasedwhere the inlet velocitymagnitude is highest and fewer
particles releasedwhere the velocitymagnitude is low.

Themodel was solved using a stationary study step, because of these two stages;fluid velocity and pressure.
Then the particle trajectories were computed using a time dependent study step. Exerting drag forces on the
injected particles within the reactor required using solution from the stationary study and defining the fluid
velocity for this purpose, not considering the presence of particles duringmodelling the fluid because the
modellingwas a one-way coupling. Such coupling is valid for sparse flows of particles with small volume fraction
in the fluid.

Neglecting the impact of themomentumonto thefluid by the particles was essential during themodelling.
Some assumptions regarding the implementation of the particle tracingwere considered. Such as, considering
that particles will not be displacing in thefluid based on their occupying volume, neglecting the interaction
among themodelled particles to see that the particles distances and diameter were less. Furthermore, using the
particle coordinates and center when solving for each of these particles equation ofmotion andmaking sure that
these injected particles are not travellingmore than the expected level within the reactor.

2.4. Physicalmodel
Regarding the reactors physicalmodel, the inertial term (Stokesflow)was neglected. Concerning the
discretization of the fluid (interface settings) and compressibility, incompressible flowwas considered since
electrolyteflowing from the reactor’s inlet to the outlet was not expected to be stationary. Detail of the
parameters for the physicalmodel are presented in table 3. The density and dynamic viscosity of the fluidwere
both selected prior to themodelling from thematerial.

2.5.Wall and inlet and outlet
To achieve amore accurate result, no slipwas the selected condition for thewall due to its relation to thefluid
viscosity effects during the interaction.Onno slip wall, as presented in equation (7), u, v=0with the boundary
layer.However, in slipwall, the normal velocity is zero (v=0, u is nonzero) and no boundary condition.
Figure 2(a) has further provided the reactors wall and flowpathwith the full geometry infigure 2(c).

From equation (7), thefluid velocity is u (SI unit:m s−1). From table 4, the average inflow velocity (u_av)was
based on the shape and dimension of the reactor. The boundary conditionwas designed to be a bit complicated,
but necessary for theflowprofile to be fully developed. The computational fluid dynamics (CFD), has a special
laminar inflowboundary condition to ensure a fully developed flowprofile at the inlet. However, it is not
necessary to enter a complicated expression for the velocity profile, but just for the average velocity orflowrate
equation (7) represents theNo SlipWall.

= - nu U 70 ( )

The diameter of the outlet of the reactor was designed as 30 mm to reduce any unwanted pressure condition
during themodelling as shown infigure 2(b). Both normal and suppressed backflowwere considered to

Table 3. Settings.

Description Value

Neglect inertial term (stokes flow) Off

Compressibility Incompressible flow

Enable porousmedia domains Off

Include gravity Off

Reference temperature T

Reference pressure level p_atm

Reference temperature User defined
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promote encountering laminar flowwithin the reactor. Regarding the condition of thewall, the freeze option
was considered to prevent the injected particles from escaping from the outlet and going beyond the expected
fluidization region, as shown in table 5 for the particle properties.

Figure 2. (a) Inlet with flowpath (b)Outlet (c) Full geometry.

Table 4.Velocity settings.

Description Value

Velocityfield component-wise Normal inflow velocity

Normal inflow velocity 2*(1 - (x^2+z^2)/ra^2)*u_av

5
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3.Model validation

The design of the numericalmodel was validatedwith experimentalmodel, as presented in literature [20]. As
displayed infigure 3, the details of the topmesh,middle leftmesh,middle rightmesh and bottommiddlemesh is

Table 5.Particle and their properties.

Description Value

Particle property specification Specify particle density and diameter

Particle density 7140 (kg/m^3)
Particle diameter 3.54e-7 (m)
Particle type Solid particles

Figure 3.Mesh topmiddle, XY direction of the anode-side reactor’smeshmiddle left, YZ direction of the anode-side reactor’smesh
middle right andZXdirection of the anode-side reactor’smesh bottommiddle.
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presented. Somemesh analysis was carried out to determine the bestmesh type, size andmethod for themodel.
The tetrahedronmeshwas the exploredmeshmethod on the geometry, before progressing to the simulation.
Regarding themesh statistics, the reactor has aminimumelement quality of 0.201, average element quality of
0.6786,mesh generated element of 86571, trianglemesh of 14302, edge element of 1404 and has a vertex element
of 116 and a predefined size extremely finemesh. Thefirst study computational timewas aminute and twenty-
seven seconds (1 min and 27 s) by using an initial damping factor of 0.01, aminimumdamping factor of 1.0E-6
and 100 as themaximumnumber of iteration bymaking themodelling fully coupled and using a direct linear
solver.

Four direct solvers were initially considered before choosing the PARDISOoption since the PARDISO solver
has the tendency to arrivemore quickily to solve anyfinite element problems of well-conditioned and due to a
PARDISO solver biggest advantage to address some extremely ill-conditioned difficulties. Apart from the
PARDISO solver, all other solver such as SPOOLES,MUMPS also uses LUdecomposition. PARDISO solver is
the fastest solver compared to SPOOLES andMUMPS. The slowest solver is the SPOOLES.However, all direct
solvers consume a lot of RAM to solver simulation problems. Storing a solution out of core can only be possible
using a PARDISO andMUMPS solver and offloading onto the hard disk some of the problems.However,
MUMPS solver can support computing cluster and allow using typically on amachinemorememory [25–27].

Figure 4. Streamline of flowswith particle trajectories.

Figure 5. Slice velocitymagnitude.
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The Study-2 used 2 min and 57 swith a solving time dependent in the range of (0,0.01,0.3) seconds and a
time step of 3.0E-4 (s). The relative tolerancewas 1.0E-6. During the study 2, tomake the simulation to converge
the non-linearmethodwas changed to automatic newton from constant newston to support the Jacobian once
per time step.

However, based on the fact that the number of injecting particles would influence on the experimental
results, certain steps had to be taken. To determine the appropriate number in themodel, as presented in
figures 7–9, as obtained fromCOMSOL, thefirst consideration is the geometric design of the bed. This was in
considerationwithwhatwe obtained in the experimentalmodel as depicted infigures 10–12 and detailed in
published literature [20].

Secondly, due to the shape of the anode fluidized bed geometry, the allowedmaximumnumber of particles
that was be released from the inlet were up 10000, and similar to that obtained in other literature [28].

Lastly, the viscosity of the liquid and the densities of the particles were also put into consideration because
they contributed to the behaviour of the experimented injected particles within the anode reactor. As suchwe
had an appropriate guide on the design used to validate themodel. The fabrication of thefluidized bed, and its
engineering design specification are in linewith design practice [20,28–30].

4. Results and discussion

According tofigure 4 at the top, no turbulence was detected at the bottomof the reactor during the numerical
simulation, and all injected particles travelled exactly as expected and did not expected the fluidization region.
Particles that failed in reaching a preferred level were due to themass of these particles. None of the injected
particles were expected to reach the outlet of the reactor during the numericalmodelling and simulation.

Figure 6. (a)Contour of pressure (top) and (b)Cut plane size (bottom).
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The idea of using the particle trajectories approach inCOMSOLMultiphysics asmentioned earlier was to
observe the interaction of these particles with the. The also showed that some of the injected zinc particles were
grounded (stacked) in the reactor. A transmission probability defines the ratio number of particles that have
made it to the outlet divided by the released particles number. For instances, injecting 3000 particles and seeing
95%of these particles been grounded has shown that a good result was achieved. Fromfigure 5, at the bottom is
the slice velocitymagnitude used as the cross-sectional surface of the anode-reactor and sometimes on all the
geometry to show changes in the specific area of the plot. The radius of the reactorwasmeasured to the 65 mm,
while the length of the reactor was 130 mm.

The scalar quantity from the simulation results, as shown in the plot in figure 6(a), were processed using
the pressure contour plot. The displayed results in coloured (series) and lines were the contour plots
presented in figure 6(b). The contour plot hasmade it easy to know the encountered stress by the reactor
according to the gradient. Themixing of the particles was visualized through plotting a Poincare by placing
coloured dots. At where each particle has passed through a cut plane. This approach is used for defining a
singlemultiple or poincare section in parallel planes, as shown in the plot in figure 6(b). The particles final
positions were represented by those colours. Particles in red colour are identified by an initial position of
x<0 andwith blue colour as x>0. Themixing of all injected particles begins as theymigrate to the
downstream towards the negative direction-y.Within the reactor, particles not properlymixed and
completely can also red or blue. Thus, this produces good particlemixing which depends on the applied
velocity. The pressure drop at the inlet and out against the velocity are presented in figures 7(a) and (b) and
8(a) and (b)with the fluidization region in figure 9.

According to the particle trajectories, few identified escaping particles were properly conductive during the
laboratory experiment according to the following observations after the experiment. During the real laboratory

Figure 7. (a): Pressure dropped at the outlet (b)Pressured increased at the inlet.
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experiment, after the numericalmodelling withCOMSOL, the deposited charged zinc particles on the added
carbon particles were all conductive due to the prepared concentration for the anode and cathode electrolyte
solution apart from the charges and discharges rates (amp) [31–34].

Figure 8. (a): Particle diameter at the Inlet against pressure (b)Particle diameter duringfluidization against pressure.

Figure 9.Measured pressure versus thefluidization regionwhere the particles were expected to reach and not escaping. The pressure
drops at the outlet in between 101500 to 101450.
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Secondly, the two-electrolyte solution includes 3moles of ZnBr2, 1mole of KCl and 1mole of ZnCl2 for the
anode concentration and the cathode concentration includes 3moles of KBr and 1mole of KCl. These chosen
and prepared concentrations were considered to prevent having excess salt during charge [35, 36].

Thirdly, due to the variousmasses of themodelled particles, we expected some of these particles to escape
during the numericalmodelling because of the particle’s densities. However, the differentmasses did not
prevent them to not properly charge [37–43].

Figure 10. Schematic showing the Fluidized BedZinc Reactor.

Figure 11.Experimental setup showing AnodeZinc-Electrode Anode.

Figure 12.Experiment showing the Anode-Side of the ZnBr2Cell.
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Furthermore, during the laboratory experiment as illustrated infigures 10–12, therewere considerations for
the anodes and cathode locations. Also, during the laboratory experiment, ameshwas tailored to the outlet of
the fabricated reactor, which prevented these particles from escaping. Thus, the particles had to fall back to the
surface of the reactor to be further charged and fluidized. Thismethod showed to help to control the discharge of
the particles in the fluidized bed.

5. Conclusions

The investigation on the performances of a designed anode reactor has been carried out. The effect of uniform
and non-uniform current density distribution has been observed in thismodel numerically. It was done before
the fabrication, then physically charging and incorporating it to the anode-side of ZnBr2 cell system.
Figures 10–12 represent the experimentalmodel used in the study as this as used to validate the numericalmodel
inCOMSOLMultiphysics 5.5.

Through the presented results, especially the particle trajectories plotted infigure 4, the positions of all
injected particles and their total shear rate have been observed through the colour gradient since these injected
particles hasmass and not reaching the outlet as expected. Particles crossing the fluid streamline during the
modellingwere due to particles inertia and their contact with the reactorwall duringmixingwhen they stopped
moving because of the applied freeze boundary condition. Particles agglomerates has alsomade the velocity of
thefluid to be extremely slow towards the final time study. The ratio of the injected particles was known through
the transmission probability and the released particle total number.

The presented particle trajectories result in this journal has demonstrated the interaction particles within the
reactor before it was incorporated to the anode reactor, on the practical development of a ZnBr2 flowbattery
with afluidized bed anode zinc-electrode [38].Most of the particles were successfully trappedwithin the reactor
by not exceeding the appliedminimum fluidization velocity. However, altering the applied velocity could have
supported these injected particles to escape and exceed the expected fluidization region. Part of the
recommended futurework should includemodelling and simulating different particles diameter apart from the
investigated sizes in this journal and increasing the shape and dimensions of the reactor for result comparison.

Acknowledgments

The authors wish to appreciate Lancaster University EngineeringDepartment for the support in carrying out
this researchwork.

Conflict of interest

The authors declare no conflict of interest.

ORCID iDs

Ibitoye Adelusi https://orcid.org/0000-0002-1028-7784
ChiemelaVictor Amaechi https://orcid.org/0000-0001-6712-2086
Fabrice Andrieux https://orcid.org/0000-0002-1129-5583
RichardDawson https://orcid.org/0000-0003-4056-5180

References

[1] Gleizes A 2015 Perspectives on thermal plasmamodellingPlasmaChem. Plasma Process. 35 455–69
[2] Dayal A, PflugerD, Kearney T,Western R andMcAllister T 2004The design optimization of a plasma reactor for chemical waste

destruction PlasmaChem. Plasma Process. 24 573–84
[3] NgS-H, LaMantia F andNovák P 2009Amultiple working electrode for electrochemical cells: a tool for current density distribution

studiesAngewandte Chemie (International ed. in English) 48 528
[4] Thomas F, Ramachandran P,DudukovicM and JanssonR 1988 Laminar radial flow electrochemical reactors. I. Flow fields J. Appl.

Electrochem. 18 768–80
[5] LiuCL, SunZ, LuGM, SongXF andYu JG 2015 Experimental and numerical investigation of two‐phaseflowpatterns inmagnesium

electrolysis cell with non‐uniform current density distributionCan. J. Chem. Eng. 93 565–79
[6] ZhangG, Shaffer CE,WangCY andRahnCD2013 Effects of non-uniform current distribution on energy density of li-ion cells

J. Electrochem. Soc. 160A2299–305
[7] LiawBY and Friel DD2007 BatteryManagement and Life Prediction Industrial Applications of Batteries: FromCars to Aerospace and

Energy StorageBook edMBroussely andGPistoia (Amsterdam: Elsevier B.V.) 649–89
[8] LuMY et al 2019 Stable high current density operation of La0.6Sr0.4Co0.2Fe0.8O3 oxygen electrodes J.Mater. Chem.A 7 13531–9

12

Eng. Res. Express 2 (2020) 025014 I Adelusi et al

https://orcid.org/0000-0002-1028-7784
https://orcid.org/0000-0002-1028-7784
https://orcid.org/0000-0002-1028-7784
https://orcid.org/0000-0002-1028-7784
https://orcid.org/0000-0001-6712-2086
https://orcid.org/0000-0001-6712-2086
https://orcid.org/0000-0001-6712-2086
https://orcid.org/0000-0001-6712-2086
https://orcid.org/0000-0002-1129-5583
https://orcid.org/0000-0002-1129-5583
https://orcid.org/0000-0002-1129-5583
https://orcid.org/0000-0002-1129-5583
https://orcid.org/0000-0003-4056-5180
https://orcid.org/0000-0003-4056-5180
https://orcid.org/0000-0003-4056-5180
https://orcid.org/0000-0003-4056-5180
https://doi.org/10.1007/s11090-014-9589-2
https://doi.org/10.1007/s11090-014-9589-2
https://doi.org/10.1007/s11090-014-9589-2
https://doi.org/10.1007/s11090-004-7933-7
https://doi.org/10.1007/s11090-004-7933-7
https://doi.org/10.1007/s11090-004-7933-7
https://doi.org/10.1002/anie.200803981
https://doi.org/10.1007/BF01016906
https://doi.org/10.1007/BF01016906
https://doi.org/10.1007/BF01016906
https://doi.org/10.1002/cjce.22135
https://doi.org/10.1002/cjce.22135
https://doi.org/10.1002/cjce.22135
https://doi.org/10.1149/2.061311jes
https://doi.org/10.1149/2.061311jes
https://doi.org/10.1149/2.061311jes
https://doi.org/10.1016/B978-044452160-6/50014-0
https://doi.org/10.1016/B978-044452160-6/50014-0
https://doi.org/10.1016/B978-044452160-6/50014-0
https://doi.org/10.1039/C9TA04020J
https://doi.org/10.1039/C9TA04020J
https://doi.org/10.1039/C9TA04020J


[9] Maurya S,Nguyen PT, KimY S, KangQ andMukundanR 2018 Effect of flowfield geometry on operating current density, capacity and
performance of vanadium redox flowbattery J. Power Sources 404 20–7

[10] Steele BCHandHeinzel A 2001Materials for fuel-cell technologiesNature 414 345
[11] Steele B 2001Material science and engineering: the enabling technology for the commercialisation of fuel cell systems J.Mater. Sci. 36

1053–68
[12] Shukla S, DomicanK,KaranK, Bhattacharjee S and SecanellM2015Analysis of low platinum loading thin polymer electrolyte fuel cell

electrodes prepared by inkjet printing Electrochim. Acta 156 289–300
[13] Fan L,MaoZ-S, YangC andWangY 2007Numerical simulation of laminar solid-liquid two-phaseflow in stirred tanksChem. Eng.

Commun. 194 291–308
[14] Derksen J J 2014 Simulations of solid-liquid scalar transfer for a spherical particle in laminar and turbulentflowAlChE J. 60 1202
[15] Burns J R and JachuckR J J 2005Determination of liquid–solidmass transfer coefficients for a spinning disc reactor using a limiting

current technique Int. J. HeatMass Transfer 48 2540–7
[16] HamidipourM,Chen J and Larachi F 2012CFD study on hydrodynamics in three-phasefluidized beds—application of turbulence

models and experimental validation.(Report)Chem. Eng. Sci. 78 167
[17] ObraztsovNV, SubbotinD I, PopovVE, FrolovVY and SurovAV2018Modelling ofHeating of Plasma-Chemical Reactor in Comsol

Multiphysics Journal of Physics Conference Series 1038 012137 `
[18] TukacV, Prokesova A,Hanika J, ZbuzekMandCernyR 2014 Simulation ofHDSTests in Trickle-Bed Reactor (Vienna, Austria) 739–44

4th International ConferenceOn SimulationAndModelingMethodologies, Technologies AndApplications (SIMULTECH) https://
ieeexplore.ieee.org/document/7095110

[19] Dassault Systems Solidworks Corporation 2019 SolidworksUserManual : Resource Centre Support. Retrieved on: 21stMarch, 2020.
(https://solidworks.com/support/resource-center)

[20] Adelusi I, Amaechi CV, Andrieux F andDawsonR 2020 Practical development of a ZnBr2 flowbatterywith afluidized bed anode zinc-
electrode J. Electrochem. Soc. 167 1–19

[21] ANSYS INC. 2019ANSYS 2018 TheoryManual (Southpoiunte, Canonsburg, PA,USA: ANSYS Inc.)
[22] COMSOL2019 COMSOLMultiphysics ReferenceManual. Part number: CM020005. Retrieved on: 21stMarch, 2020. Available at:

(https://doc.comsol.com/5.5/doc/com.comsol.help.comsol/COMSOL_ReferenceManual.pdf)
[23] PougatchK, SalcudeanMandMcMillan J 2012Three-dimensional numericalmodelling of interactions between a gas–liquid jet and a

fluidized bedChem. Eng. Sci. 68 258–77
[24] ChuaKW,Makkawi YT andHounslowM J 2011Time scale analysis forfluidized bedmelt granulation III: binder solidification rate

Chem. Eng. Sci. 66 336–41
[25] Ye J,Webber R andWangY 2009A reduced unconstrained system for the cloth dynamics solver International Journal of Computer

Graphics 25 959–71
[26] Peláez R,Marín P,Díez FV andOrdóñez S 2018Direct synthesis of dimethyl ether inmulti-tubularfixed-bed reactors: 2Dmulti-scale

modelling and optimumdesign Fuel Process. Technol. 174 149–57
[27] OuryA,Kirchev A andBultel Y 2014Anumericalmodel for a soluble lead-acid flowbattery comprising a three-dimensional

honeycomb-shaped positive electrode J. Power Sources 246 703–18
[28] CorderoME et al 2017CFDanalysis of BED textural characteristics onTBRbehavior: hydrodynamics and scaling-up Int. J. Chem.

Reactor Eng. 15
[29] Beach S et al 2019 Fabrication and validation offlexible 3Dpillar electrodes for neural electrophysiological recording Eng. Res. Express

1–20
[30] Geoffrey RyanA et al 2020 Fabrication of rapid response self-powered photodetector using solution processed triple cation lead-halide

perovskiteEng. Res. Express 2 1–11
[31] OravaV, SoucekO andCendula P 2015Multi-phasemodeling of non-isothermal reactive flow in fluidized bed reactors J. Comput.

Appl.Math. 289 282–95
[32] Briens C,HamidiM, Berruti F andMcMillan J 2017Development and study ofmeasurementmethods for bogging in afluidized bed.

(Report)Powder Technol. 316 92
[33] Balaji S, Du J,White CMandYdstie B E 2010Multi-scalemodeling and control offluidized beds for the production of solar grade

siliconPowder Technol. 199 23–31
[34] Ramachandran R, AkbarzadehM, Paliwal J andCenkowski S 2018Computational fluid dynamics in drying processmodelling—a

technical reviewAn International Journal 11 271–92
[35] KladekováD,Oriňáková R,WiemhöferH-D,KrajníkováA andOriňák A 2013Two-dimensionalmodelling and validation of themass

flow in amixing stirred reactor.(Regular Paper)Nanomaterials andNanotechnology 3 1
[36] KladekováD,Oriňáková R,WiemhöferH-D,KrajníkováA andOriňák A 2013Computational fluid dynamicmodeling of amixing

stirred reactor: three-dimensional axisymmetricmodelsPart. Sci. Technol. 31 147–55
[37] ShocronAN and SussME2017The effect of surface transport onwater desalination by porous electrodes undergoing capacitive

charging J. Phys. Condens.Matter 29 084003
[38] Li Y, ZhaoW,Xu S andXiaW2013Changes of size, ash and density of coal particles on the column axis of a liquid–solidfluidized bed

Powder Technol. 245 251–4
[39] KannadasanA SAT 2009 Effect of fluidflow rates on hydrodynamic characteristics of co-current three phase fluidized bedswith

spherical glass bead particles International Journal of ChemTechResearch 1 851–5
[40] Wei L and SunM2016Numerical studies of the influence of particles’ size distribution characteristics on the gravity separation

performance of liquid-solid fluidized bed separator Int. J.Miner. Process. 157 111–9
[41] Wang S et al 2014 Study of hydrodynamic characteristics of particles in liquid-solid fluidized bedwithmodified dragmodel based on

EMMSAdv. Powder Technol. 25 11103–1110
[42] MohagheghiM,HamidiM, BriensC, Berruti F andMcMillan J 2014The effects of liquid properties and bed hydrodynamics on the

distribution of liquid on solidfluidized particles in a cold-model fluidized bedPowder Technol. 256 5–12
[43] Wang S, Sun Z, Li X, Gao J, LanX andDongQ2013 Simulation offlowbehavior of particles in liquid-solid fluidized bedwith uniform

magneticfield Powder Technol. 237 314

13

Eng. Res. Express 2 (2020) 025014 I Adelusi et al

https://doi.org/10.1016/j.jpowsour.2018.09.093
https://doi.org/10.1016/j.jpowsour.2018.09.093
https://doi.org/10.1016/j.jpowsour.2018.09.093
https://doi.org/10.1038/35104620
https://doi.org/10.1023/A:1004853019349
https://doi.org/10.1023/A:1004853019349
https://doi.org/10.1023/A:1004853019349
https://doi.org/10.1023/A:1004853019349
https://doi.org/10.1016/j.electacta.2015.01.028
https://doi.org/10.1016/j.electacta.2015.01.028
https://doi.org/10.1016/j.electacta.2015.01.028
https://doi.org/10.1080/00986440600829861
https://doi.org/10.1080/00986440600829861
https://doi.org/10.1080/00986440600829861
https://doi.org/10.1002/aic.14384
https://doi.org/10.1016/j.ijheatmasstransfer.2004.11.029
https://doi.org/10.1016/j.ijheatmasstransfer.2004.11.029
https://doi.org/10.1016/j.ijheatmasstransfer.2004.11.029
https://doi.org/10.1016/j.ces.2012.05.016
https://doi.org/10.1088/1742-6596/1038/1/012137
https://ieeexplore.ieee.org/document/7095110
https://ieeexplore.ieee.org/document/7095110
https://solidworks.com/support/resource-center
https://doi.org/10.1149/2.0112005JES
https://doi.org/10.1149/2.0112005JES
https://doi.org/10.1149/2.0112005JES
https://doc.comsol.com/5.5/doc/com.comsol.help.comsol/COMSOL_ReferenceManual.pdf
https://doc.comsol.com/5.5/doc/com.comsol.help.comsol/COMSOL_ReferenceManual.pdf
https://doc.comsol.com/5.5/doc/com.comsol.help.comsol/COMSOL_ReferenceManual.pdf
https://doi.org/10.1016/j.ces.2011.09.037
https://doi.org/10.1016/j.ces.2011.09.037
https://doi.org/10.1016/j.ces.2011.09.037
https://doi.org/10.1016/j.ces.2010.10.031
https://doi.org/10.1016/j.ces.2010.10.031
https://doi.org/10.1016/j.ces.2010.10.031
https://doi.org/10.1016/j.fuproc.2018.02.025
https://doi.org/10.1016/j.fuproc.2018.02.025
https://doi.org/10.1016/j.fuproc.2018.02.025
https://doi.org/10.1016/j.jpowsour.2013.07.101
https://doi.org/10.1016/j.jpowsour.2013.07.101
https://doi.org/10.1016/j.jpowsour.2013.07.101
https://doi.org/10.1515/ijcre-2017-0095
https://doi.org/10.1088/2631-8695/ab407e
https://doi.org/10.1088/2631-8695/ab7b38
https://doi.org/10.1088/2631-8695/ab7b38
https://doi.org/10.1088/2631-8695/ab7b38
https://doi.org/10.1016/j.cam.2015.01.012
https://doi.org/10.1016/j.cam.2015.01.012
https://doi.org/10.1016/j.cam.2015.01.012
https://doi.org/10.1016/j.powtec.2017.01.075
https://doi.org/10.1016/j.powtec.2009.04.022
https://doi.org/10.1016/j.powtec.2009.04.022
https://doi.org/10.1016/j.powtec.2009.04.022
https://doi.org/10.1007/s11947-017-2040-y
https://doi.org/10.1007/s11947-017-2040-y
https://doi.org/10.1007/s11947-017-2040-y
https://doi.org/10.5772/56936
https://doi.org/10.1080/02726351.2012.675015
https://doi.org/10.1080/02726351.2012.675015
https://doi.org/10.1080/02726351.2012.675015
https://doi.org/10.1088/1361-648X/29/8/084003
https://doi.org/10.1016/j.powtec.2013.04.039
https://doi.org/10.1016/j.powtec.2013.04.039
https://doi.org/10.1016/j.powtec.2013.04.039
https://doi.org/10.1016/j.minpro.2016.10.004
https://doi.org/10.1016/j.minpro.2016.10.004
https://doi.org/10.1016/j.minpro.2016.10.004
https://doi.org/10.1016/j.apt.2014.02.009
https://doi.org/10.1016/j.apt.2014.02.009
https://doi.org/10.1016/j.apt.2014.02.009
https://doi.org/10.1016/j.powtec.2014.01.083
https://doi.org/10.1016/j.powtec.2014.01.083
https://doi.org/10.1016/j.powtec.2014.01.083
https://doi.org/10.1016/j.powtec.2012.12.013

	1. Introduction
	2. Numerical model
	2.1. Geometry and boundary conditions
	2.2. Global definitions
	2.3. Laminar flow within the reactor
	2.4. Physical model
	2.5. Wall and inlet and outlet

	3. Model validation
	4. Results and discussion
	5. Conclusions
	Acknowledgments
	Conflict of interest
	References



