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Abstract 59 

This review summarizes the adsorptive removal of Fluoroquinolones (FQ) from water and 60 

wastewater. The influence of different physicochemical parameters on the adsorptive removal 61 

of FQ-based compounds is detailed. Further, the mechanisms involved in the adsorption of FQ-62 

based antibiotics on various adsorbents are succinctly described. As the first of its kind, this 63 

paper emphasizes the performance of each adsorbent for FQ-type antibiotic removal based on 64 

partition coefficients of the adsorbents that is a more sensitive parameter than adsorption 65 

capacity for comparing the performances of adsorbents under various adsorbate concentrations 66 

and heterogeneous environmental conditions. It was found that π-π electron donor-acceptor 67 

interactions, electrostatic interactions, and pore-filling were the most prominent mechanisms 68 

for FQ adsorption by carbon and clay-based adsorbents. Among all the categories of adsorbents 69 

reviewed, graphene showed the highest performance for the removal of FQ antibiotics from 70 

water and wastewater. Based on the current state of knowledge, this review fills the gap through 71 

methodolically understanding the mechanism for further improvement of FQ antibiotics 72 

adsorption performance from water and wastewater. 73 

Keywords: Emerging contaminants, clean water and sanitation, green and sustainable 74 

remediation, carbon-based adsorbents, sustainable development goals, nanomaterials. 75 
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1. Introduction 77 

The availability of clean drinking water is becoming steadily more challenging in many parts 78 

of the world, especially in countries in Asian and African countries. Seventy percent of the 79 

global economic inputs lies in cities and urban areas where a large number of the population is 80 

vulnerable in accessing clean water and sanitation. United Nations’ Sustainable Development 81 

Goals (SDG 6 for clean water and sanitation) advocate ensuring access to clean water supply, 82 

appropriate sewage and sanitation facilities to all [1]. However, from the past few decades, 83 

pharmaceuticals and personal care products (PPCPs) have become an emerging concern 84 

because of their pseudo-persistent nature and continuous input to the environment [2,3]. Large 85 

quantities of antibiotics are excreted, mainly whose active ingredient remains unaltered after 86 

absorption by the human body, leading to exposure to bacteria in the environment, which has 87 

resulted in antimicrobial resistance [4,5]. The antibiotics released into the water bodies are of 88 

great concern because they: (i) cause water and soil contamination in trace amounts posing 89 

risks to human and animal health through entry into the food-chain; (ii) enhance bacterial 90 

resistance in the aquatic bodies, and (iii) inhibit or kill certain beneficial bacteria in natural 91 

ecosystems [3,6].  92 

Quinolone is a crucial class of antibiotic used to treat both veterinary and human diseases 93 

because of its ability to control both Gram (+) and Gram (-) bacterial infections. Derivations 94 

of quinolone include fluorination at the 6th -position of the parent compound resulting in 95 

fluoroquinolone (FQ) antibiotic, a predominant quinolone type [7,8]. Furthermore, 70% of the 96 

FQ consumed is excreted unmetabolized from the body, and is frequently detected at sub-97 

inhibitory concentrations ranging from ng L-1 to μg L-1, which can thereby accumulate and 98 

facilitate long-term exposure. Thus, FQ could alter the natural microbial populations in soil 99 

and water [9]. 100 
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The amount of published literature to remediate FQ from aqueous media has increased rapidly 101 

since 2011, as shown in Figure 1. Many conventional strategies have been employed to remove 102 

FQs from aqueous environments such as biological processes, sand filtration, ultraviolet (UV) 103 

radiation, membrane filtration and/or sedimentation (Figure 1) [10–12]. Among these 104 

techniques, biodegradation and adsorption have gained momentum in the last few years. The 105 

oxidation process generally utilizes UV or strong oxidants with severe operating conditions. 106 

Moreover, these methods have not been found to be practical for ionizable and polar 107 

contaminants such as FQ antibiotics. Despite numerous studies where conventional methods 108 

were carried out to remove FQ antibiotics, remediation of multiple FQ at varying pH values 109 

with specialized adsorbents and performance of each of them remains limited [13,14]. Research 110 

over the past decades has been dedicated to study the viability of numerous adsorbent materials 111 

including activated carbon, carbon nanotubes, clay minerals, ion exchange resins, and biochar 112 

for the removal of FQs. However, there is no review dedicated exclusively to FQ antibiotics. 113 

A dedicated review on adsorptive removal of FQ-antibiotics is necessary because identifying 114 

and categorizing the merits and demerits of various adsorbents are needed [15–19]. This 115 

sparked the necessity for using carbon-, nanocomposite-, and clay-based advanced adsorbents 116 

to remediate FQs in aqueous media. Thus, in this review, we intend to provide a complete 117 

overview of the studied adsorbents for remediating FQ-antibiotics with a comparative 118 

description based on the evidence retrieved from the overall performance of each of the 119 

adsorbents. 120 

This review will help understand the adsorption phenomena at solid-solution interfaces using 121 

the adsorbents, as mentioned earlier, to abate aqueous FQ contaminations. Furthermore, it 122 

critically assesses the knowledge gaps and uncertainties concerning the merits and demerits of 123 

each type of adsorbent. In addition to adsorption capacity, we use partition coefficient as a 124 

performance assessment indicator to obtain a fair and critical comparison of FQ removal 125 
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performances using various adsorbents under different initial conditions. Based on the 126 

literature findings, we put forward some future research directions for further technological 127 

improvement of FQ removal from water and wastewater. 128 

 129 

Figure 1: (a) Pie chart showing the corresponding % of each FQ remediation 130 

technique published during the past years (2001-2020), with “Fluroquinolone 131 

removal water” and “Quinolone removal water” as qualifiers. (b) Pie chart 132 

showing the corresponding % of each FQ studied here accumulated from tables 133 

presented in this study. (c) Number of publications on the adsorption of FQs from 134 

aqueous media per year since 2001 to 2020 extracted from Scopus with the key 135 

words “Fluroquinolone adsorption water” and words “Quinolone adsorption 136 

water”.  137 
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2. Fluoroquinolone antibiotics: properties and persistence in the environment  138 

2.1.  Properties of fluoroquinolone antibiotics 139 

Approximately 25 years ago, the first mono-fluorinated FQ was developed from flumequine, 140 

which is a nalidixic acid with a limited antibacterial spectrum. Then, the addition of fluorine 141 

in the flumequine resulted in the development of novel FQs depending upon the clinical needs 142 

[20]. The novel FQ synthesized had nitrogen at N-1, carboxylic acid at C-3, ketone at C-4 and 143 

fluorine at C-6 of the compound’s backbone structure. For some FQs, a unique piperazinyl 144 

group at C-7 provides them with unique antibacterial effects [21,22]. The minimum necessary 145 

structure for the activity in an FQ antibiotic is a 2-phenyl-4-pyridone-3-carboxylic acid, and 146 

the nitrogen can be displaced with other functional groups that must be below the plane of 147 

pyridine for optimal antibacterial effects [20].  148 

Most FQs exhibit high chemical stability and are insensitive to degradation by hydrolysis and 149 

temperature. However, they can get substantially degraded by UV light. Their antibiotic 150 

competency depends on the available fluorine substituents at the 6th carbon position [23,24]. 151 

The addition of a fluorine group at C-6 and a piperazinyl group at C-7 makes FQs highly unique 152 

compared to other types of quinolone. Intrinsic anti-Gram (-) bacterial activity is shown by all 153 

quinolone-type antibiotics; however, FQ has the advantage of increased lipophilicity that gives 154 

them a higher tendency for anti-Gram (+) bacterial activity [22,25]. New FQs are being 155 

developed based on the chirality of the molecule for enhanced antibacterial activity. Ofloxacin, 156 

a tricyclic compound with methyl-group at the C-3 position, is an enantiomer of levofloxacin, 157 

which is 8-28 times more potent than ofloxacin. Such FQ was discovered based on the already 158 

available type and its mode of response by the receptors such as animals, poultry and fish. In 159 

most cases, the newly developed antibiotics are utilized for the treatment of pulmonary, 160 

urinary, and digestive infections [22,26]. Enrofloxacin and sarafloxacin are used in veterinary 161 
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medicines; ciprofloxacin, norfloxacin, and ofloxacin are used in human medicines. 162 

Ciprofloxacin is one of the most prominently used antibiotics worldwide [27,28].  163 

2.2.  Occurrence and distribution of FQ antibiotics in the environmental matrices 164 

Elevated concentrations of FQ antibiotics are present in the environmental matrices and are 165 

closely associated with their release from hospital waste effluents, veterinary activities and 166 

untreated sludge from pharmaceutical industries [29–32]. Table 1 summarizes the prevalence 167 

of FQ antibiotics in soil, water, sludge and few food crops indicating their frequent occurrences 168 

and concentrations. From previous studies on the occurrence of FQ in soil, water, sludge and 169 

manure in different countries and regions, the antibiotics have been mapped based on the mean 170 

values of their occurrences in each country  to show the global distribution of FQ (Figure 2).  171 

2.2.1. Soil-plant system 172 

Because of the pseudo-persistent nature of FQ antibiotics in the environment, their fate in the 173 

plant and soil systems is complex, and thus, creates a menace in the agroecosystems. 174 

Agricultural soils acquire antibiotics from wastewater and offsite runoff, which get bio-175 

accumulated in the plant tissues over time [4,33]. Mechanisms for the translocation of FQ 176 

antibiotics in plants depend on multiple factors, mainly soil properties and the nature of 177 

antibiotics. The transport of nutrients, water, and other compounds from plant root to shoot 178 

occurs through the xylem [34,35]. After being absorbed by plants from soil, FQ antibiotics are 179 

converted to zwitterionic species at neutral pH and accumulate in leaves where the pH of 180 

vacuoles, xylem cells, and intercellular spaces is around 5 to 6. The ionizing effect of FQ 181 

antibiotics varies with changing environments in the contaminated water. Because of the 182 

gradient created in the solute, the accessibility of FQ antibiotics towards the rest of the plant 183 

system becomes effortless [23,36,37]. However, other antibiotics (e.g., tetracycline and 184 

penicillin) do not get transported in plant bodies due to having higher octanol-water partition 185 
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coefficient values than FQs (Table 2). Tetracycline and penicillin are detected in the root 186 

system only, while FQs are found in different parts of the plants [21,38,39]. Edible plant parts 187 

are thus prone to FQ bioaccumulation and aggravate human exposure through food 188 

consumption. Chinese white cabbage, spinach, radish and corn crops, irrigated with antibiotic-189 

contaminated wastewater over an extended period, were reported to cause FQ exposure to 190 

humans through edible plant parts [37], increasing the ecotoxicity in soil and plant matrices.  191 

2.2.2. Water and wastewater 192 

Quinolones have been detected in surface waters up to 2 µg L-1 with a detection frequency of 193 

15-83% globally. About 4 ng L-1 norfloxacin was detected in the agricultural run-off in Hong 194 

Kong [40]. Norfloxacin (NFX), lomefloxacin (LMX), enrofloxacin (EFX), and ciprofloxacin 195 

(CPX) were found in tap water samples up to 680 ng L-1 (77.5% frequency) and 2-40 ng L-1 196 

(100% frequency) in Guangzhou and Macao, respectively [40,41]. In New Mexico, ofloxacin 197 

ranging from 0.1-0.5 μg L-1 was detected in the effluent wastewater treatment plants with 100% 198 

frequency [40]. The transformed metabolites could worsen the ecotoxicity in the effluents of 199 

the untreated water treatment plants throughout the course of FQ presence in water [35,42]. 200 

Overall, FQs are becoming almost ubiquitous in nature due to their constant release in excreted 201 

metabolites from domestic households to the environment [42,43].  202 

The metabolite of enrofloxacin used as an animal drug undergoes a change in the structure 203 

through N-dealkylation of the piperazine ring in the animal body to another commonly excreted 204 

fluoroquinolone, ciprofloxacin. N-acetyl ciprofloxacin is detected as a metabolite found in the 205 

environment along with enrofloxacin N-oxide and diethylene-enrofloxacin for the same parent 206 

compound, enrofloxacin [26,44]. Although their consequences in the ecological environment 207 

can be less toxic than their parent compounds, they can accumulate in trace amounts [45]. Both 208 
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metabolized or un-metabolized FQ antibiotics reach the soil through animal wastes and are 209 

easily transported to ground and surface waters.  210 

Ciprofloxacin, norfloxacin and ofloxacin are more predominant in aquatic environments than 211 

the other FQs. Norfloxacin and ofloxacin occurred in U.S. wastewater treatment facilities at 212 

about 80% detection frequency with concentrations ranging from 400-500 ng L-1. Around 600 213 

ng L-1 of CPX in wastewater effluents in Spain was reported (Figure 2). In Sweden, reported 214 

effluent ofloxacin concentration was 1,000 ng L-1, whereas 7,600 ng L-1 was the level found in 215 

China. In all of these countries, hospital wastewater treatment facilities served as the primary 216 

point source of FQs whereas other point sources are from sewage sludges, surface run-offs and 217 

from soil, plants and manure.  218 

An extensive study concerning the occurrence of antibiotics in a sewage treatment plant in 219 

Qinghe, China, indicated that ofloxacin (1,287 ng L-1) and norfloxacin (775 ng L-1) were the 220 

most prevalent drug species in the wastewater effluent [27]. The wastewater treatment process 221 

was inefficient in removing all of the FQs; the final concentrations of ofloxacin and norfloxacin 222 

in the final sludge were 1,140 and 610 ng mg-1 respectively. Based on previous studies on the 223 

occurrences of FQ in soil, water, sludge and manure in different countries and regions, the 224 

antibiotics are mapped in Figure 2, in terms of the mean values of their occurrences in each 225 

country. As reported by the World Health Organization (WHO), 63 out of 187 countries 226 

(~34%) under their survey identified FQs in water bodies, mostly in wastewaters and sludge 227 

systems (Table 1) [46–48]. In most areas, low concentrations of FQ antibiotics are undetectable 228 

which adds strain to the environment with the consecutive accumulation of the pollutants at 229 

unpredictable rates [49]. Although samples from those areas, especially in the developing 230 

nation, did not contain parent FQ compounds, their transformed products could occur (due to 231 
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changes in the solution chemistry) and currently are not taken into account for toxicity 232 

assessment and regulatory measures.233 
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 234 

Figure 2: Distribution of FQ antibiotics in the water environments. Numbers denote the concentrations whereas references are 235 

given in brackets, *mean value calculated from individual states  236 
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Table 1: Occurrence of FQ-based antibiotics with sources and concentrations 237 

 238 

Concentrated 

Sample Sources 

Class of 

quinolone  

Study 

location 

Maximum 

Concentration  

(μg L-1 except 

noted below) 

References 

Sewage sludge Ciprofloxacin South Africa 0.12 (mg kg-1) [50] 

South Africa 99.2 (mg kg-1) [51] 

Italy 0.514 (mg kg-1) [52,53] 

Ofloxacin Beijing, 

China 

0.336 (mg kg-1) [27,28] 

Norfloxacin Beijing, 

China 

0.256 (mg kg-1) [27] 

Gatifloxacin Beijing, 

China 

0.066 (mg kg-1) [27] 

Ciprofloxacin  USA 40.81 (mg kg-1) [54] 

Ofloxacin USA 58.1 (mg kg-1) [54] 

Hospital 

wastewater 

 

Ciprofloxacin Ghana 15.733 [34] 

31,000 [55] 

Spain 13 [56] 

Norfloxacin Taiwan, 

Australia, 

China 

1.15- 6.06  [57,58] 

Ofloxacin Hyderabad, 

India 

160 [55,59] 

Spain 13 [56] 

Norfloxacin  Iraq 450 [60] 

Surface water Ciprofloxacin Ghana 1.168 [34] 

Enrofloxacin China 4.24 [61] 

Nalidixic acid South Africa 23 [51] 

Ciprofloxacin South Africa 14 [51] 

South Africa 27.1 [51] 

New York 5.6 [62,63] 

Nigeria 0.9 [64] 

Ofloxacin Spain, Italy 8.77 [55,56,65] 

Run-off Levofloxacin Beijing, 

China 

0.213 [66,67] 

Norfloxacin Chongqing, 

China 

0.0924 [67,68] 

Moxifloxacin 0.64  

Ofloxacin 11.4 

Ofloxacin Vietnam 17.7 [69] 
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Norfloxacin 

Ciprofloxacin 

Enrofloxacin 

India 16.4 [9] 

Ofloxacin Taiwan 11.8 [66] 

Enrofloxacin Vietnam 1.2 [70] 

Soil, plants and 

manure  

Ciprofloxacin China 29,590 μg kg-1 [71,72] 

Japan 12 μg kg-1  [72,73] 

Enrofloxacin USA 46,700 μg kg-1 [72,74] 

Norfloxacin 2,760 μg kg-1 [63,75] 

Levofloxacin China 5,530 μg kg-1 

manure 

[2,76] 

Enrofloxacin 

 

China 15 mg kg-1 

chicken feces 

[62,77,78] 

33 mg kg-1 pig 

manure 

[78] 

Turkey 70 μg kg-1 cattle 

manure 

[78,79] 

Ofloxacin China 16 μg kg-1 

livestock farms 

[76] 

Norfloxacin 4.4 μg kg-1 [40] 

2.8 ng g-1 carrot [2,41] 

21.8 μg kg-1 

cabbage 

Ofloxacin 3.60 g g-1 celery 

 239 

2.2.3. Persistence of FQs in the environment 240 

The persistence of FQ in the environment is of high significance owing to its extremely slow 241 

biotic and abiotic degradation in soil and water. The degradation is mainly governed by the pH 242 

of the soil and water matrices. Various functional groups in FQs result in high solubility of FQ 243 

species over a wide environmental pH range. For example, FQs contain more than one 244 

basic/acidic groups (e.g. -OH, -NH2 and -COOH) that can persist in soil and water via existing 245 

in both charged species as tabulated in Table 2. Transformed species and acidic/basic sites of 246 

some predominantly found FQs are also tabulated. Transformation of FQs with the alterations 247 

in solution pH makes these antibiotics equally prevalent than their parent counterpart when 248 

present in the environment viz., in surface water and groundwater [7,26,43,80]. 249 
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Numerous studies have demonstrated that FQs are not readily biodegradable in the 250 

environment [9,29,81]. EFX and CPX, which are the most prominent FQ antibiotics, can get 251 

slowly degraded by brown-rot fungi in the environment. Manganese oxide in the soil facilitates 252 

FQ degradation abiotically by providing an interface for the oxidation reactions [82,83]. The 253 

piperazine moiety of FQ can be transformed through differently charged species through the 254 

process of dealkylation and hydroxylation from the hydrated media. This binds on 255 

environmental particles such as soil and sediments and thus, the FQ ring remains intact and the 256 

active ingredient remains persistent in the soil [84].  257 

Accumulation of FQs in sewage sludge is also of particular concern because of the dynamic 258 

physicochemical nature of the sludge and its further application to soil as a fertilizer [31]. 259 

Traces of FQs upon accumulation in the closed sludge system ultimately leads to direct 260 

exposure to the soil environment. [30–32,85]. With very low concentrations of FQ antibiotics 261 

present in the closed system over a long period, bacteria develop resistance against these 262 

compounds. For example, norfloxacin in the sludge exhibited a residence time of about 4-8 263 

days [9].  264 

Numerous adsorption studies over the past few years have been based on the removal of 265 

antibiotics by non-engineered and engineered carbon-based adsorbents for enhanced sorption 266 

for mitigating a wider range of emerging pollutants. However, details of the mechanistic 267 

pathways of adsorbents for FQ antibiotic removal are limited. Thus, a dedicated review on 268 

adsorptive removal of FQ-antibiotics necessitates for the identification of merits and demerits 269 

of each adsorbents based on performance through revisiting the literatures systematically and 270 

at a critical approach. 271 

 272 
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Table 2: Physicochemical characteristics of commonly found FQs with their transformed species 273 

Physicochemical properties Structures and zwitterionic state References 

Ciprofloxacin 

C17H18FN3O3 

Molecular weight: 331.35 g mol-1 

Solubility: 3.46 mg mL-1 

Vapor pressure: 1.3x10-13 mm Hg 

Log Kow: -1.70 

 

[25,86] 

Enrofloxacin 

C19H22FN3O3 

Molecular weight: 359.40 g mol-1 

Solubility: 0.146 mg mL-1 

Vapor pressure: 1.89x10-13 mm Hg 

Log Kow: 3.48 

 

[44,86,87] 
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Ofloxacin 

C18H20FN3O4 

Molecular weight: 361.37 g mol-1 

Solubility: 95.4 mg mL-1 

Vapor pressure: 9.8x10-13 mm Hg 

Log Kow: 2.4 

 

[86,88] 

Norfloxacin 

C16H18FN3O3 

Molecular weight: 359.396 g mol-1 

Solubility: 161 mg mL-1 

Vapor pressure: 1.6 1.89x10-13 mm Hg 

Log Kow: -2.0 

 

[86,89] 

274 
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3. Adsorption of FQs by carbon-based, tailored and other material adsorbent 275 

Tested FQ adsorbents most often include activated carbon, graphene, biochar, carbon 276 

nanotubes (CNTs), iron-based adsorbents, and clay-based adsorbents. However, knowledge on 277 

the functional relationship between these commonly studied adsorbents and the actual 278 

environmental applications is scarce especially in terms of their distinct performances.  279 

The performance of an adsorbent is generally assessed by the equilibrium or maximum 280 

adsorption capacity. Since, the experimental conditions such as initial adsorbate concentration, 281 

the dosage of adsorbents used, and the contact time between the adsorbate and adsorbent are 282 

varied widely among published studies, it is technically more apt to use partition coefficient 283 

for the comparison among adsorbent performances. Moreover, partition coefficient gives a 284 

normalized value derived from both the equilibrium adsorbate concentration and adsorption 285 

capacity, and thus provides an actual performance of the adsorbent that further enables fair 286 

comparisons among adsorbents, despite a wide range of initial experimental conditions [90,91]. 287 

The partition coefficient is derived from the ratio of the maximum adsorption capacity to the 288 

equilibrium adsorbate concentration in the media [90](Eq. 1). 289 

Partition coefficient= 
q

e

Ce

 
(1) 

where, 𝑞𝑒 is the equilibrium adsorption capacity, and 𝐶𝑒  is the equilibrium adsorbate 290 

concentration.  291 

Studies on the adsorption of FQ in aqueous solutions typically examine the adsorption kinetics 292 

and isotherms to understand the performance of the adsorbent. The most widely used kinetic 293 

model has been the pseudo second-order model, which satisfies chemisorption mechanisms for 294 

FQ uptake by various adsorbents. Both Langmuir and Freundlich isotherm models were 295 

reported to fit FQ adsorption data (Table 3). Multi-layer adsorption (Freundlich model) of FQ 296 

appeared to be the more frequently reported mechanism than the mono-layer adsorption 297 
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(Langmuir model) mechanism. The sections below assess the performance of various tailored 298 

and natural adsorbents in realtion to their physicochemical characteristics and prevailing 299 

adsorbate concentrations through the use of partition coefficients. 300 

3.1.  Carbon-based adsorbents for FQs removal 301 

Several carbon-based adsorbents have been assessed for the removal of FQs from aqueous 302 

media. Adsorptive removal of FQs onto carbon-based adsorbents largely depends on the 303 

surface porosity of the adsorbent, tunable chemistry of functional groups on the adsorbents, the 304 

specific surface area and dosage of the adsorbent. Prominent interactions for FQ removal by 305 

these adsorbents include surface/pore diffusion, electrostatic interaction, van der Waals forces, 306 

hydrogen bonding and π-π electron donor-acceptor (EDA) interactions [21,92,93]. Based on 307 

the source of carbon precursors and structure of the final products, carbon-based adsorbents 308 

can be classified into four groups: activated carbon (AC), biochar, carbon nanotubes (CNTs), 309 

graphene, and graphene oxides. 310 

3.1.1. Activated carbon  311 

Activated carbon (AC) is used in a wide range of applications including water and wastewater 312 

treatment. It has an amorphous structure with a highly porous interior and large surface area. 313 

The pore structures are tunable through various surface modifications, and that is why AC has 314 

been widely used for the remediation of antibiotics in wastewater [15,94]. Owing to a planar 315 

molecular configuration, FQ antibiotics can enter into the pores of AC and move sideways 316 

reaching a high number of adsorptive sites [95]. 317 

Activated carbons, developed from different precursors, have been assessed for their removal 318 

capacities of FQ antibiotics. AC derived from root-based biomass (e.g., Eichhornia crassipes) 319 

showed high adsorptive removal of CPX (145 mg g-1) and norfloxacin (NFX) (135.1 mg g-1) 320 
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[96]. Adsorption equilibrium was reached in 8 h obeying the pseudo-first and pseudo-second-321 

order kinetics for CPX and NFX, respectively. [96]. Similarly, CPX showed a strong affinity 322 

to a commercial-grade AC under acidic solution pH [97]. Due to the speciation of CPX, 323 

negatively charged carboxylic groups co-exist and the surface charge of activated carbon, 324 

which is positive at acidic pHs, provided a high CPX removal capacity of 131.14 mg g-1. 325 

Kinetics and isotherm experiments indicated significant removal of both CPX and NFX by 326 

commercial-grade AC [98]. Analytical grade AC offered favorable adsorption for CPX based 327 

on a partition coefficient of 12.7 [99]. Although the long-root Eichhornia crassipes AC had the 328 

highest surface area, its performance for the removal of ciprofloxacin and norfloxacin was 329 

found to be the lowest, based on the partition coefficient [96] (Table 3).  330 

The surface of AC contains carboxylic acid functional groups that are negatively charged at 331 

pH>pHPZC, and thus, cationic FQ moiety can adsorb with ease on the negatively charged AC. 332 

Studies with AC showed chemisorption interactions with FQ. For example, Chowdhury et al. 333 

(2019) studied the efficacy of AC derived from industrial paper mill sludge for the sorption of 334 

enrofloxacin [100]. The adsorption process was exothermic in nature, and followed the 335 

Langmuir isotherm model and pseudo-second-order kinetic model, both suggesting chemical 336 

adsorption. The adsorption of FQ on AC could also occur on the outer surface via electrostatic 337 

forces. Ciprofloxacin, danofloxacin, and enrofloxacin interact with the AC electrostatically 338 

based on the pH of the ambient environment ranging between 6.09 and 9.43 of pKa (Table 3). 339 

Adsorption of FQ on AC takes place at a slightly acidic pH (in the range of 5-7) with the 340 

interaction of cationic and zwitterionic species of FQs in aqueous media. Interestingly, as 341 

reported by Kong et al. (2017) [101], with the increase in the initial concentration of OFX, the 342 

adsorption was favorable during the initial loading of the adsorbate on the adsorbent as it 343 

attained equilibrium at a much lower concentration of OFX [101]. In another study, a lower 344 
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initial concentration showed favorable adsorption and reached a saturation up to equilibrium 345 

concentration of 14 mg L-1 for the commercial-grade AC (NC01-125) for the removal of CPX 346 

with an optimal adsorption capacity of 230 mg g-1 [102]. This is further supported by the 347 

partition coefficient (PC) values obtained for both the studies; 0.717 [101] and 1.179 L g-1 348 

[102], indicating that only the larger surface area does not facilitate the performance of the 349 

adsorbents. Despite the amorphous nature of AC and the lack of diverse functional groups for 350 

the uptake of antibiotics, adsorbing FQ antibiotics is scarce. However, as reported by Xiang et 351 

al. (2019), AC with an enhanced specific surface area (487 m2 g-1) shows the maximum 352 

adsorption capacity for CPX adsorption. Comparatively, the initial conditions for the 353 

adsorption studies are not consistent with the rest of the studies reported in the literature [92]. 354 

Therefore, systematic studies are needed, in which the initial loading concentration remains the 355 

same for one kind of FQ, thus enabling the adsorption affinity study clearer, which is difficult 356 

to achieve otherwise, with the other FQ antibiotics. Figure 3 demonstrates the mechanisms 357 

involved for the removal of FQ antibiotics by carbon-based adsorbents. Ofloxacin, norfloxacin 358 

and ciprofloxacin were used to explain the predominant mechanism.  359 

Regenerability is a crucial property of an adsorbent from an economical point of view and 360 

enables recovery of adsorbents for reuse. Solvent extraction, microwave radiation, chemical 361 

and catalytic decomposition are some of the regeneration processes, apart from thermal 362 

treatment. Thermal treatment with an inert atmosphere is the usual procedure to recover the 363 

adsorbent surface to improve the porosity of the adsorbents. Almost 60% of the adsorbent were 364 

restored through thermal regeneration after two saturation-regeneration cycles. Destruction of 365 

the porosity and the textural alterations in the AC were observed when heated to more than 600 366 

°C, whereas optimum temperature was maintained between 400 and 600 °C where the surface 367 

remained intact up to two cycles [10,103]. Elution studies were conducted for norfloxacin and 368 

ciprofloxacin using ethanol, methanol and acetone for adsorption-desorption cycles and 369 
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indicated that after five eluents cycles, the performance was high and the acetone exhibited the 370 

highest performance efficiency compared to ethanol and methanol [89,104]. About 80% of 371 

adsorption capacity can be maintained with five consecutive regeneration cycles. There are 372 

only a few studies that explain the desorption mechanism and thus further understanding of the 373 

desorption mechanism through thermal regeneration and chemically-assisted regeneration, 374 

needs to be better identified through the use of the efficient desorption agent [105–107].375 
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Table 3: FQ adsorption performances, characteristics, mechanisms of activated carbon-based adsorbents with and without composite 376 

material(s). 377 

Type Composite Quinolone pHPZC Optimal 

pH 

Qmax 

(mg g-1) 

PC 

(L g-1) 

Specific 

Surface 

Area  

(m2 g-1) 

Best fitted model Mechanism References  

Waste tires 

AC 

Polyacrylonitrile 

nanofibers. and 

activation via 

hydrogen 

peroxide 

CPX 

EFX 

DFX 

6.7 6.5 93 

99 

112 

0.338 

0.360 

0.410 

- - Electrostatic interaction [104] 

Long-root 

Eichhornia 

crassipes 

AC 

Pristine CPX 

NFX 

3.3 4.2 145 

135.1 

3.563 1525.62 Langmuir isotherm 

and pseudo-first, 

pseudo-second order 

kinetic model 

electrostatic interaction, 

hydrogen-bond, EDA 

interaction 

[96] 

Paper sludge 

AC 

Pristine EFX 5.7 5.4 44 0.247 - Langmuir isotherm Monolayer interactions [100] 

Luffa fibers 

AC  

Pristine 

activation via 

H3PO4 

OFX 4.3 6 132 0.717 - - Freundlich isotherm 

Pseudo-second order 

kinetics 

[101] 

AC 

(commercial 

grade) 

Pristine 

Activation via 

KOH 

CPX 

NFX 

5.9 4.7 - - 852 - Pseudo-second order 

and intraparticle 

diffusion model with 

Langmuir isotherm 

[108] 

Pristine 

Activation via 

KOH 

CPX 

NFX 

6.5 5 131.14 

167 

0.661 

0.843 

- - [98] 

AC (NC01-

125) 

Pristine CPX - 5 230 1.179 1231 Langmuir Freundlich 

isotherm  

Electrostatic 

interactions  

[102] 

Pristine CPX 

EFX 

- 7 140 12.7 - Freundlich isotherm  Hydrophilic interaction 

with π-π interactions 

[99] 
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AC 

(analytical 

grade) 

Pseudo-first and 

second order kinetic 

models 

Pristine 

Activation via 

KOH 

CPX - 6.2 0.26 

mmol g-1 

- 1075 Freundlich Langmuir 

isotherm; pseudo-

first and pseudo-

second order models 

π-π electron donor-

accepter  

[109] 

Pristine CPX - 5 69.4 8.6 990 Pseudo-second order 

kinetics model 

Electrostatic 

interactions 

[110] 

 378 

AC: Activated carbon, CPX: Ciprofloxacin, EFX: Enrofloxacin, NFX: Norfloxacin, OFX: Oflxacin, DFX: Danofloxacin 379 
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3.1.2. Biochar  380 

A significant number of studies have focused on removing FQs by biochar (BC). The 381 

application of BC for the removal of FQ-based antibiotics has been proven challenging because 382 

of FQ speciation in the environmental matrices [111]. For the majority of adsorbents used for 383 

FQ adsorption, adsorption affinity is favorable within a limited range of solution pH and/or the 384 

adsorption decreases with the increase in the negative surfaces of the sorbents with increasing 385 

pH. These shortcomings can be resolved by applying BC as a multi-functionality sorbent 386 

[112,113]. A thermally synthesized reed straw BC composite with hematite and pyrite was able 387 

to remove NFX with the adsorption capacity of 345 mg g-1, which is 2-fold higher than that of 388 

the pristine BC suggesting a strong multi-layer adsorptive removal with a good fit with the 389 

Freundlich model. Favorable removal was observed at pH 6 to 7 with the pHPZC at 4 [114]. 390 

Similar pH dependency was observed for BC derived from camphor leaves with maximum 391 

ciprofloxacin adsorption at pH 5.5-6.0 with pHPZC at 3.5 [115]. Table 4 summarizes the 392 

adsorptive removal of FQ by BC generated from different sources and under different 393 

pyrolyzing conditions. 394 

Biochar, ideally, has variable adsorption capacity for organic pollutants because of its 395 

heterogeneity in functional groups on the surface. Multi-layer adsorption with electrostatic 396 

interactions of hematite-BC composite resulted in NFX adsorption capacity of 325 mg g-1 and 397 

a PC value of 11.61 L g-1 [17]. BC derived from cattails containing porous carbon sheets for 398 

the remediation of LVX was studied by Yang et al. (2020) [116]. The maximum adsorption 399 

capacity was observed for cattail BC produced from the highest temperature (650 C) at 754.12 400 

mg g-1 [116]. Chemically stable municipal solid waste BC had a maximum CPX adsorption 401 

capacity of 286.6 mg g-1, which was about 6-fold higher than those of other BC adsorbents 402 

with comparable PCs of around 2.0 L g-1. 403 
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Biochar with its diverse functionalities contains oxygen-containing groups such as the carboxyl 404 

(-COOH), hydroxyl (-OH), and arene (such as benzene-rings) groups, which are vital for FQ 405 

uptake [117–119]. At increased pyrolysis temperatures (up to 500 C), aromaticity increases 406 

accompanied by loss of hydroxyl and carboxyl containing groups. This enables the presence 407 

of electron donor and electron acceptor groups on the adsorbent surface, further interacting 408 

with the like portions of the FQ antibiotics [120] (Figure 3).  409 

Application of BC produced from vinasse waste for the quinolone decontamination is yet 410 

another viable approach. Vinasse waste was treated with co-precipitated Fe and Mn and then 411 

pyrolyzed, forming manganese ferrite modified biochar (FMB), which was examined for the 412 

adsorption of CPX and pefloxacin (PFX) [121]. At neutral pH, the highest adsorption capacity 413 

was 146 mg g-1 which might be attributed to the hydrophobic nature of the adsorbent at the 414 

near-neutral pH conditions, and this, in turn, showed a positive effect on the decontamination 415 

of PFX and CPX [18,122].  416 

In another study, the maximum CPX adsorption capacity of cassava-based BC (produced at 417 

650 ˚C), was 449.40 mg g−1. However, the adsorption capacity of the same BC produced at a 418 

lower pyrolysis temperature (400 ˚C) decreased to 2- fold [115]. More interestingly, Hu et al. 419 

(2019) demonstrated that the removal of CPX from aqueous solution was more efficient with 420 

the ZnO-BC composite than with the original BC derived from camphor leaves, prepared at 421 

the same temperature (500 ˚C). Moreover, a maximum CPX adsorption capacity (238 mg g-1) 422 

was reported for BC generated from used tea leaves. The best fits were obtained using 423 

Langmuir isotherm and pseudo-second-order kinetic model, suggesting the involvements of 424 

monolayer and chemisorption interactions [117]. Modified BC produced at a higher 425 

temperature (> 500 ˚C) tends to offer maximum organic removal. Thus, for chosing the 426 

appropriate adsorbent for remediating different FQ, extensive studies needs to be carried out. 427 
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Shengze et al. (2016) investigated the desorption rates for levofloxacin from rice husk and 428 

wood chip BC (previously used for levofloxacin adsorption) in batch experiments. The result 429 

obtained in this study showed that levofloxacin remained on the BC through intra-particle 430 

diffusion for higher pyrolysis temperature of BC [123]. Peng et al. (2018) studied the 431 

desorption behavior of BC derived from Cassava produced over a wide temperature range of 432 

350-650 C and higher desorption rates were observed for BC at higher pyrolysis temperatures 433 

(650 C) due to the higher specific surface area and larger micro-pore volume [124]. 434 

Desorption facilitates during the first few time intervals when the adsorbates are loaded and 435 

the behavior varies when pyrolysis temperatures are altered. It is due to these contributory 436 

factors that the solute destabilizes the adsorbent surface and elutes faster, thereby, giving higher 437 

regeneration capacity. Moreover, desorption is inversely proportional to the specific surface 438 

area, i.e., more regeneration cycle for the same BC having lesser specific surface area. 439 

Therefore, while selecting an appropriate BC for remediating particular FQ from water, 440 

pyrolysis temperature must be considered for BC synthesis. Thus, batch adsorption studies 441 

need to be further extended for each FQ antibiotics onto varied BC-types originating from 442 

different sources and pyrolysis temperatures at which BC is being synthesized.443 
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Table 4: FQ adsorption performances, characteristics, mechanisms of biochar-adsorbents with and without composite material(s) 444 

Biochar type Pyrolysis 

conditions 

Composite FQ  pHPZC Opti

mal 

pH 

Qmax 

(mg g-1) 

Specific 

Surface 

area  

(m2 g-1) 

Best fitted 

model 

Mechanisms 

postulated 

PC 

(L g-1) 

Referenc

es 

Reed Straw  500 ᴼC 

5 hours  

Hematite and 

pyrite 

NFX 4 7 325 160 

55 

Freundlich 

isotherm 

Multi-layer with 

electrostatic 

interactions 

11.61 [114] 

Rice straw   Molybdenum 

disulfide (MoS2) 

CPX 3.4 6-8 52.75 610.4 Freundlich 

isotherm and 

pseudo-second 

order 

 

Chemisorption and 

π-π electron donor 

interactions 

4.34 

 

 

[125] 

Sugarcane 

bagasse and ore 

mixed  

800 ᴼC Ferromanganese LVX - 5 212  Freundlich 

isotherm and 

pseudo-second 

order interactions 

π-π stacking 

interactions 

5.3 [121] 

Potato leave 

and stem  

500 ᴼC  

6 hours 

Magnetic 

composite with 

humic acid 

CPX - 7 12 98 

(pristine) 

48 

(magnetic 

BC) 

22 (humic 

acid) 

Langmuir 

isotherm with 

pseudo-second 

order kinetics 

 0.5 

0.33 

0.416 

[126] 

NFX 8 

EFX 10 

Camphor 

leaves  

500 ᴼC 

650 ᴼC  

800 ᴼC  

2 hours 

Magnetic ZnO 

composite 

CPX 3.4 5.5 500 915 Langmuir 

isotherm and 

pseudo-second -

order kinetic 

π-π stacking 

interactions with 

electrostatic 

interactions 

22.7 [115] 

Pomelo 

grapefruit  

450 ᴼC  

30 minutes 

Chitosan and 

hydrogel beads 

CPX   76  Langmuir 

isotherm and 

Pseudo-second 

Monolayer 

heterogenic and 

hydrogen bonding 

4.22 [127] 
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order and intra-

particle kinetics 

Cassava  500 ᴼC  

1 hour 

Pristine with KOH 

activation 

NFX 3 4-7 287 128 Langmuir 

isotherm and 

pseudo-second 

order 

π-π EDA 

interactions 

12.58 [128] 

Municipal solid 

waste  

450 ᴼC  

30 min 

Bentonite-biochar 

composite (450 ᴼC 

pyrolyzed 

municipal solid 

waste) 

CPX 5.7 6 286.6 7 Elovich kinetics 

model and hills 

isotherm 

Hydrogen bonds 

with π-π electron 

donor interactions 

and electrostatic 

attractions 

2.01 

 

[17] 

Used tea leaves  550 ᴼC for 30 

min each 

Pristine CPX 3.05 6 238  Langmuir 

isotherm with 

pseudo-second 

order 

π-π interactions 15.84 [116] 

Cassava  700 ᴼC  Pristine OFX - 6 -   Freundlich isotherm heterog

enous 

adsorpti

on 

[124] 

Cattail 900 ᴼC (max 

adsorption) 

with acid 

activation 

Pristine LVX 9.01 5 754 2240  π-π EDA interaction, 

pore filling, 

electrostatic 

interactions 

30.2 [18] 

Vinasse  800 ᴼC Activated 

composited with 

co-precipitated Fe 

and Mn 

PFX 

CFX 

7.97 

8.31 

5 253 

133 

94.943 Pseudo-second-

order kinetics 

and Freundlich 

model 

Magnetic and 

electrostatic 

interactions 

14.7 

10.6 

[18] 

445 
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3.1.3. Graphene-based adsorbents  446 

Graphene is a highly electron-rich and hydrophobic adsorbent, and has a large surface area, 447 

making it appropriate for remediating antibiotics from water [129]. Oxygen-containing 448 

functional groups on graphene including hydroxyl, carboxyl, and carbonyl-groups have proven 449 

to be a crucial characteristic for organic contaminant removal from aqueous media [92].  450 

Graphene-oxide assembled with chitin was tested for CPX adsorption. Electrostatic attraction 451 

and mono-layer interaction between CPX and graphene-oxide, were the predominant 452 

interaction along with the surface functional groups of composites which ultimately 453 

contributed to a higher PC of 23.78 L g-1 and at optimum adsorption capacity of 282 mg g-1. 454 

Furthermore, the removal of CPX from aqueous media by pristine graphene oxide, synthesized 455 

by a co-precipitation method, was experimented by Chen et al. (2015) [130]. An adsorption 456 

capacity of 379 mg g-1 with a PC of 44.27 L g-1 was obtained. The electrostatic attraction was 457 

considered as the dominating mechanism with a strong dependency on the solution pH and the 458 

speciation.  459 

CPX adsorption on graphene oxide was high at pH 2 with the carboxylic and amine groups 460 

protonated thereby attracting CPX to the graphene oxide surface through hydrogen bonds 461 

[131,132]. The effect of ionic strength on CPX adsorption onto graphene oxide was studied by 462 

Chen et al. (2015) [130]. Both CaCl2 and NaCl have been studied and it was found that as the 463 

ionic strength increased, the sorption of CPX declined further confirming the electrostatic 464 

attraction mechanism. The higher concentration of Ca2+ in the solution also suppressed the 465 

CPX sorption, which was explained through the complexation of Ca2+ with the GO surface, 466 

thereby declining the viable sorption sites for CPX [130,133]. Among different types of 467 

graphene oxide studied, pristine graphene oxide showed the highest efficiency for the removal 468 

of CPX and an adsorption capacity of 379 mg g-1 and a PC value of 44.27 L g-1 were reported 469 
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(Table 5). As summarized in Table 5, a significantly high surface area for magnetic 470 

modification of graphene oxide was observed compared to its pristine counterpart and was 471 

more suitable for the removal of CPX. Owing to the crystalline nature of graphene (Figure 3) 472 

and significantly higher specific surface area than BC and AC, there have been studies on its 473 

potential as an adsorbent for FQs  [134,135]. For these studies, details on surface charge 474 

(pHPZC) were not enough to elucidate the mechanisms that accounted for the high adsorption. 475 

Thus, further comparison between different graphene-based adsorbents and their modifications 476 

on the performances for the removal of FQ antibiotics was not possible. Graphene offers a rich 477 

structural distinction compared with other carbon-based adsorbents and a tunable pore, thus 478 

enabling the modification and uptake of FQs, much easier. Yet conclusive information on the 479 

mechanism of adsorption with varied graphene structures and FQ antibiotics is scarce and thus, 480 

more in-depth studies are needed.  481 

 482 

Figure 3: Predominant interactions of FQ-antibiotics with biochar, activated carbon 483 

and graphene-based adsorbents 484 
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Table 5: FQ adsorption performances, characteristics, mechanisms of graphene- based adsorbents and composite material(s) 485 

Graphene-

based 

Modification Quinolone pHPZC Optimal 

pH 

Qmax 

(mg g-1) 

PC 

(L g-1) 

Specific 

Surface 

area  

(m2 g-1) 

Best fitted 

model 

Mechanisms 

postulated 

References 

Graphene 

oxide 

 

Chitin CPX 5.5 4 282 23.78 - Langmuir and 

Freundlich 

isotherm 

Monolayer 

interactions and 

Electrostatic 

interaction, 

hydrophobic 

interaction via a 

salting out effect. 

[136] 

Unmodified LVX 

CPX 

- 7 409 - - Langmuir 

isotherm 

attractive 

electrostatic and 

π-π interactions 

form functional 

groups 

[137] 

Magnetic chitosan 

grafted 

Unmodified 

CPX - 5 282.9 

162.3 

12.83 

6.783 

1685.7 

- 

Langmuir and 

Freundlich 

isotherm with 

second order 

kinetics 

Electrostatic 

interaction 

[138] 

Sodium alginate CPX 5.6 4 86 9.05 92 Freundlich 

and Langmuir 

isotherm with 

pseudo-first 

order 

Monolayers 

adsorption with 

homogenous sites 

[139] 

Unmodified CPX - 5 

9 

379 44.27 - Freundlich 

and Langmuir 

isotherm with 

pseudo-second 

order kinetics 

Electrostatic 

interaction 

[130] 

 486 

CPX: Ciprofloxacin, EFX: enrofloxacin, NFX: Norfloxacin, OFX: Ofloxacin 487 
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3.1.4. Carbon nanotubes  488 

Applications of CNTs for the adsorption of FQ antibiotics have also been examined. A study 489 

by Avcı et al. (2020) on the adsorption of CPX hydrochloride by CNTs indicated an optimum 490 

adsorption capacity of 1.75 mg g-1 at an initial concentration of 4 mg L-1 and removal of about 491 

90% [140]. Heterogenous surficial adsorption was suggested by the Freundlich model being a 492 

good fit, whereas an agreement between the pseudo-second-order model and kinetic data 493 

indicated a chemisorption mechanism [19,140]. A study on CPX adsorption onto CNTs 494 

indicated that the double-walled CNTs provided a faster adsorption rate [141] and a higher PC, 495 

46.36 L g-1, compared to single-walled CNTs with a PC of 16.56 L g-1 [142] (Table 6). The 496 

electronegative entities in CPX, ofloxacin (OFX) and norfloxacin (NFX) compete with the 497 

electron-deficient entity of CNTs and enhance the removal of these FQs in aqueous media. 498 

Solution pH influenced the FQ removal and in the case of CNTs with a consistently charged 499 

surface, FQ adsorption was more prominent from slightly acidic pH to neutral pH via 500 

electrostatic attraction and EDA interactions. For norfloxacin, single-walled CNTs (SWCNTs) 501 

exhibited the highest performance (PC value of 46.65 L g-1) as shown in Table 6. Hydrolyzed 502 

multi-walled CNTs (MWCNTs) were tested for OFX and NFX adsorption and the results 503 

revealed that both were adsorbed on the CNTs at a similar rate and isotherm data fitted both 504 

Langmuir and Freundlich models with EDA as the main adsorption mechanism [143]. 505 

However, practical applications of CNTs for the remediation of FQ antibiotics remain 506 

challenging because of their higher manufacturing costs and the consequences it pertains due 507 

to its high dispersion in different aqueous media [144]. Hence, future research is needed to 508 

elucidate mechanisms for its adsorption.  509 

The agglomeration of CNTs in aqueous solutions is one of the limitations which restricts its 510 

usage for water and wastewater treatment [145,146]. This causes a reduction in the adsorption 511 
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capacity due to the hydrophobic behavior of the CNTs. Several studies have proven that 512 

surfactants can help the dispersion of CNTs to aggregate in the solution producing a stabilized 513 

suspension and with the help of sonication, CPX can easily be adsorbed on the CNTs. Thus, 514 

surfactants with sonication induced adsorption of the FQ antibiotics on CNTs generate active 515 

adsorption sites available for the antibiotics. The influence on the adsorption capacity by the 516 

surface charge of the CNTs has been studied further by inducing anionic and cationic-based 517 

surfactants in the initial solution of the CNTs [144]. The removal of FQ type antibiotics by 518 

CNTs is mostly dependent on the speciation of the antibiotics at varying pH, implying the 519 

importance of their sorption onto the charged CNTs through electrostatic binding. Overall, 520 

CNTs adsorb FQ-based antibiotics through micropore filling and π-π electron donor-acceptor 521 

complexes as predominant interactions. Surface bonding with polar entities on the FQ molecule 522 

also recurs, with the interchangeable charges on the CNT surface varying with pH. This kind 523 

of interchangeable charge-based interaction is via hydrophobic or electrostatic interactions 524 

[92,147]. Few modified CNTs showed close to 90% NFX removal, for example, 525 

hydroxylation-modification of SWCNTs enhanced adsorption capacity as compared to the 526 

pristine SWCNTs [148]. Figure 4 depicts the treatments and modification of the CNTs with 527 

the predominant mechanisms demonstrated.  528 

Another significant observation from the CNTs-based studies for the removal of FQs is that 529 

the feed concentrations used in the synthetic experiments (10-20 mg L-1) [143] are much higher 530 

than the environmentally occurring concentrations (as low as ng L-1 to µg L-1). Based on the 531 

mentioned studies, higher concentrations are taken in the synthetic experiments to compensate 532 

for any variations of concentration in the environment concentration. However, there is an 533 

immediate need for the case of mitigating FQ from natural water where the concentrations of 534 

FQs are comparatively lower than that of a synthetic solution used in the laboratory, to further 535 

optimize the dosage of CNTs for actual contaminated water. Therefore, more in-depth studies 536 
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are suggested for the successful practical application of CNTs for FQ removal. Moreover, the 537 

excruciating high cost of CNTs and the capital cost to scale up CNTs-based systems for further 538 

pilot research and demonstration cannot be overlooked as it requires much higher dosage [149]. 539 

 540 

Figure 4: Predominant interactions of FQ-antibiotics with carbon nanotubes 541 



37 
 

Table 6: FQ adsorption performances, characteristics, mechanisms of pristine and modified carbon nanotubes-based adsorbents 542 

Type Modification Quinolone Optimal pH 
Qm 

(mg g-1 ) 

PC 

(L g-1 ) 
Mechanisms postulated References 

SWCNT Pristine 

CPX 

7 724 39.2 

Hydrophobic π–π interactions [141] 
Double walled 

CNTs 
Pristine 4 689 46.36 

MWCNT Pristine 4-7 475 25.51 

MWCNT Hydrolyzed 
OFX 

NFX 
7 

15.3 

14.5 
- 

Langmuir and Freundlich 

isotherm 

π- π EDA interaction 

[143] 

MWCNT Pristine CPX 5 1.74 0.217 

Freundlich isotherm and 

pseudo-second order kinetics 

chemisorption model 

[140] 

SWCNT 

Graphene 

oxide, 

hydrogels and 

alginate) 

CPX 5.4 181 46.56 π- π EDA interaction [142] 

SWCNT Hydroxylated NFX 6.7 181 22.62 π- π EDA interactions [150] 

SWCNT Carbolized CPX 7 - - 

Freundlich isotherm model. 

Electrostatic dictating 

hydrophobic EDA interaction 

[151] 

 543 

 544 

CNT: Carbon nanotube, CPX: Ciprofloxacin, EFX: enrofloxacin, NFX: Norfloxacin, OFX: Ofloxacin 545 
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3.2.  Adsorptive removal of FQ antibiotic by clay and tailored adsorbents  546 

Many researchers have used other non-carbon-based adsorbents for FQ removal from water, 547 

including magnetic nano-sorbents [114], zeolite-based adsorbents [152,153] and metal-based 548 

composite sorbent materials. The composition, shape and size of the nano-sorbents affect the 549 

mechanisms for antibiotic adsorption [154]. The electrostatic effect, hydrogen bonding, and 550 

coordination and hydrophobic effects are some of the significant interactions which have been 551 

reported between nano-based materials and antibiotics [155,156]. 552 

3.2.1. Clay adsorbents  553 

High porosity and crystallinity are the intrinsic properties of clays that make them suitable 554 

sorbents for mitigating antibiotics in aqueous media [157,158]. Montmorillonite (MMT) and 555 

kaolinite are two clay minerals that behave differently with various contaminants due to 556 

differences in their properties, including surface charge and specific surface area. Furthermore, 557 

these clay minerals are 20 times more affordable in cost than commercially available activated 558 

carbons [132,159].  559 

Montmorillonite, which is a smectite type swelling clay mineral, has high cation exchange 560 

capacity, and high contaminant adsorption capacity [160]. Maximum LVX adsorption on to 561 

montmorillonite occurred at pH 7 at which the zwitterionic form of LVX predominated; 562 

however, when pH was greater than 7, the adsorption declined due to repulsive forces between 563 

the adsorbate and adsorbent [161,162]. The infrared spectrum of the used adsorbent indicated 564 

carboxylic groups of the antibiotic interacting with the metal ions present in the clay mineral. 565 

The maximum LVX adsorption capacity was 57 mg g-1 [162]. Higher maximum CPX 566 

adsorption capacity (128 mg g-1) [163] was reported for MMT compared to kaolinite (14 mg 567 

g-1) [97] and the adsorption followed the pseudo-second-order kinetics, suggesting the 568 
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involvement of multilayer adsorption (Table 7). Details presented in the above studies were 569 

not enough for the calculation of the partition coefficient in order to compare the performance 570 

of different clay-based asorbents. 571 

Physical adsorption of both neutral and anionic species of FQs is favorable when the cation 572 

concentration in the solution increases [162] (Table 7). Solution pH also governs the adsorption 573 

as it dictates the charge of the FQs and the clay minerals. In previous studies, the optimal pH 574 

for FQ adsorption on clay minerals was at the ambient environmental pH (~5-7) [162,164]. Si-575 

OH and Al-OH are distinct features on the exposed edges of tetrahedral and octahedral sheets 576 

of clay minerals (Figure 5). The interaction of FQ-based antibiotics with these hydroxyl groups 577 

is least understood because the charge characteristic of these surface groups can widely vary 578 

depending on the pH values of the surrounding media. This suggests a further need for research 579 

to investigate the potential of clay minerals for the removal of FQ and to test the plausibility 580 

of using them as composite materials via incorporating with bio-based or carbon-based 581 

materials. A scheme showing the governing mechanisms for the adsorption of FQ on clay 582 

minerals is presented in Figure 5. 583 

 584 
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 585 

Figure 5: Predominant interactions of FQ-antibiotics with clay minerals  586 
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3.2.2. Carbon composites 587 

The limitations of carbon-based sorbents including its intrinsic properties such as large surface 588 

area, well-developed porous structures and richness in the surface functional groups led to the 589 

synthesis of better adsorbents for the removal of antibiotics from aqueous systems [165,166]. 590 

Limitations, as mentioned, also existed for adsorption of ionizable compounds as FQ 591 

antibiotics. Similar shortcomings are observed for pristine clay adsorbents for the FQ 592 

antibiotics removal. Purely carbon-based adsorbents or only clay were not efficient in the 593 

complete removal of FQ. These two sets of adsorbents have their unique properties – when 594 

they are combined, FQ is removed with a greater performance by exploiting characteristics of 595 

both the materials. In our previous study, we explained the simultaneous interactions of CPX 596 

with BC derived from municipal solid waste, where the interactions exist between the 597 

oxyanions present at the sorbent sites and the CPX antibiotics at pH 6. The sorption affinity 598 

increased with the incorporation of clay to the BC [17,120]. This increase is attributed to the 599 

structure of the clay incorporated in the BC lattice that enables additional interactions to take 600 

place such as intercalation interactions and electrostatic attractions.  601 

Biochar is capable of high dispersion in aqueous media and has the capacity to stabilize foreign 602 

materials within its pores such as clays [120,167] and inorganic metal nanoparticles such as 603 

nanoscale zero-valent iron (nZVI) [118,168]. Mao et al. (2019) studied the removal of CPX 604 

using BC supported nanoscale zero-valent iron (BC-nZVI) and the results demonstrated high 605 

CPX degradation at acidic pH 3-5. Hydrogen peroxide modified BC-nZVI enhanced the 606 

degradation further [118,169]. Therefore, multi-functional carbon-based composite has been 607 

emphasized to mitigate these limitations [170,171].  608 

Naturally occurring adsorbents like clay minerals have been used in the synthesis of composites 609 

with biochar for enhanced removal of FQ from aqueous media [172,173]. Natural attapulgite 610 
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with potato stem biochar as a composite was tested for norfloxacin removal and offered a 611 

maximum adsorption capacity of 5.24 mg g-1 which was almost 2-fold higher than pristine 612 

biochar [89] (Table 7). The composite examined [89] exhibited a point of zero charge about 613 

7.55 where the surface was negatively charged at pH higher than the pHPZC and positively 614 

charged at pH lower than pHPZC. Since clay minerals have an intrinsic permanent negative 615 

charge, their contribution to the composite could be an added advantage for the removal of FQ 616 

antibiotics from water [174,175]. 617 

Magnetic carbon-based nanocomposites have a marked advantage for their unique properties 618 

for the adsorption of FQ-based antibiotics through having a ferric core particle embedded in 619 

the interior surrounded by the carbon particles that have a wide range of functional groups 620 

[106,176]. In a study on a magnetic carbon-based nanocomposite, sodium chloride was used 621 

for investigating the effect of ionic strength on CPX removal. The maximum adsorption 622 

capacity was 90.1 mg g-1, and the adsorption was optimum at pH 6-9. Apart from the 623 

electrostatic interaction between the protonated and deprotonated CPX at varying pH on the 624 

biochar, electron-donor-acceptor interaction played a role in CPX removal. Fluorine in the 625 

CPX has a high electron-withdrawing effect with the benzene ring, thereby attractive to the 626 

carboxyl anion group on the adsorbent forming the π-π interactions [151,176]. CPX removal 627 

efficiency of 87% was achieved with a graphene-oxide-manganese metal-organic framework 628 

(MOF) based composite at environmental pH (~5-8) through electrostatic and hydrogen 629 

bonding, due to the lower solubility of CPX at this pH range. An optimum adsorption capacity 630 

of 1,827 mg g-1 was achieved whereas the PC was as high as 17.63 L g-1 [177].  631 

High CPX adsorption capacities were reported for a magnetic nonporous carbon composite 632 

with cobalt; the PC was 70 L g-1, illustrating the best performance. Our previous work involved 633 

the adsorption of CPX using a composite consisting of biochar, derived from municipal solid 634 
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waste and bentonite [178]. The bentonite-biochar mixture was synthesized at a mass ratio of 635 

1:5 and pyrolyzed at 450 C. An optimal adsorption capacity obtained from this composite was 636 

287 mg g-1 which was around 70% more than the pristine biochar [17,179]. Among the different 637 

composites used for the removal of FQ antibiotics, magnetic nanoporous carbon (MNPC) 638 

showed the best performance based on the calculated PC value. Both MNPC and graphene 639 

illustrated higher performance in removing CPX with chemisorption as the main mechanism. 640 

Further studies are needed as published studies on applications of carbon-based composites for 641 

the removal of antibiotics are quite rare. 642 

3.2.3. Other nano-based composites  643 

Nano-based composites have been assessed for their removal ability of FQ antibiotics. Among 644 

them are clay-based, iron nano-particle, and nano-titanium oxide chitosan composites. The 645 

primary aim for the preparation of nano-based composites is to enhance the dispersibility of 646 

the parent nanomaterial and improve the specific surface area of the adsorbents with increased 647 

functionalities. Thus, enhancing a selective route for the adsorption to take place for FQ 648 

antibiotics [125,173,180].  649 

The use of metal-organic frameworks (MOFs) has increasingly become prominent in 650 

wastewater treatment at laboratory scale studies because of the outstanding properties such as 651 

fine porosity, tunability, and large surface to volume ratio [181]. Recently, Chaturvedi et al. 652 

(2020) studied the removal of LVX from aqueous streams using iron-based MOFs (MIL-653 

1009Fe). This adsorbent was prepared using a hydrothermal method. The adsorption of LVX 654 

obeyed the Freundlich isotherm model and pseudo-second-order kinetic models resulting in 655 

multilayer adsorption of LVX and a maximum adsorption capacity of 87 mg g-1. The 656 

equilibrium was reached after 8 h at a basic pH with pHPZC at 3.2 [182]. 657 



44 
 

Contrary to other intrinsic properties like pHPZC and pH of the solution, adsorption edge data 658 

indicated the removal potential of oxytetracycline antibiotic, a tetracycline-type with 659 

carboxylic and amide groups similar to that of the FQ molecule and with similar speciation in 660 

aqueous media, withhold the same range where the pHPZC lies in the range of 4-7 for the other 661 

nano-based composites including MOFs and nano-zerovalent iron. The dominating mechanism 662 

involved inner-sphere surface reactions with the existing amide groups present in 663 

oxytetracycline [183]. Nano-Fe3O4 also binds with the phenolic portion of the antibiotic, along 664 

with both the amide groups in the oxytetracycline antibiotics. The same study tested the 665 

removal of CPX from aqueous media and the results obtained were unique compared to 666 

oxytetracycline. Apart from the inner-sphere coordination interactions with the carboxylic 667 

group of the CPX, a bidentate bridging interaction was reported through the infrared spectrum 668 

[184,185]. Due to the magnetic effect on the ketonic group of CPX, it is speculated that the 669 

mechanism of adsorption is through electrostatic interactions and inner-sphere complexation 670 

[183]. 671 

Adsorption of CPX from aqueous system in the presence of nano-sized Cu2+ by magnetic 672 

graphene oxide was studied by Li et al. (2019) [134]. The dispersion of Cu2+ nanoparticles and 673 

graphene oxide in aqueous media enhanced the adsorption by 10-fold [134]. Iron-based 674 

nanoparticles are also used for adsorption and can be produced biologically using a plant-based 675 

material. Biosynthesized iron nanoparticles were produced by adding the extract of Euphorbia 676 

cochinchensis leaves, abundantly found in Fujian, China; into FeSO4 solution at 2:1 ratio by 677 

volume. Dark particles obtained were further dried and identified as iron-based nanoparticles 678 

[186]. Weng et al. (2020) studied the simultaneous decontamination of OFX and EFX using 679 

these biosynthesized iron-based nanoparticles and obtained around 92% removal of both 680 

contaminants [187].681 
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Table 7: FQ adsorption performances, characteristics, mechanisms of various clay minerals and other tailored adsorbents. 682 

Adsorbents Quinolone pHPZC 
Optimum 

pH 

Qmax 

(mg g-1 ) 

PC 

(L g-1) 

Specific 

Surface 

area  

(m2 g-1) 

Best fitted model 
Mechanisms 

postulated 
References 

Clay-based Adsorbents 

MMT CPX 

Negatively-

charged 

surface 

7 128  5.43 72.2 

Pseudo second-order 

kinetic and Temkin 

isotherm 

Electrostatic 

interaction 
[158] 

Sepiolite EFX - 7.5 
112 

- 350 Sigmoidal isotherm 
Sub-surface 

interaction 
[164] 

132 

MMT LVX 

Negatively-

charged 

surface 

7 57 0.92 - 

Langmuir, 

Freundlich and 

Dubinin-

Radushkevitch 

isotherm fits 

Surface 

complexation with 

electrostatic 

interaction 

[162] 

MMT CPX 

Negatively-

charged 

surface 

7.5 128  0.5 - - 

Electrostatic 

interaction for 

surface optimized 

interactions 

[158] 

Red mud CPX - - 19  0.06 22 

Freundlich isotherm 

and pseudo-second 

order kinetics 

Electrostatic 

interaction with 

multi-layers 

adsorption 

[188] 

Kaolinite CPX 8.3 5.5 
26.6 mmol 

kg-1 
- - 

Pseudo second-order 

kinetic 

Electrostatic 

interaction with 

surficial 

intercalation 

[97] 

MMT CPX 
Negatively 

charged 
5.7 37  0.24 - - 

Electrostatic 

interaction at 

zwitterionic state 

[189] 

Composites 

Graphene oxide 

composite  with 

manganese-based 

MOF (Mn-PBA) 

CPX - 7 1826.64 17.63  Langmuir isotherm 

hydrogen bonding, 

hydrophobic 

surface interaction, 

electrostatic 

[177] 
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interaction, and 

acid-base 

interaction 

Graphene oxide 

with soy protein 
CPX  4 500 12.34 119.17 

Langmuir and 

Temkin isotherm 

models 

Hydrogen bonding, 

π-π electron donor 

interactions with 

chemisorption 

[190] 

Rice straw 

biochar with 

molybdenum 

disulfide (MoS2) 

CPX 3.4 6-8 52.75 4.34 610.4 

Freundlich isotherm 

and pseudo-second 

order 

Chemisorption and 

π-π electron donor 

interactions 

[125] 

Magnetic 

nonporous 

carbon (MNPC) 

with Co 

CPX 3.6 5 1644 69.68 170.67 

Liquid-film 

diffusion model 

pseudo-second order 

kinetic model fits 

with Langmuir 

isotherm 

Chemisorption 

interactions with 

particle diffusion 

and liquid-film 

diffusion 

[97] 

Biochar derived 

from potato stem, 

pyrolyzed at 500 

ᴼC with 

Attapulgite 

NFX 7.75 4 5.24 0.446 99.43 
Pseudo-second order 

kinetics 

monolayer 

formation when the 

solid surface 

reaches saturation 

and via electrostatic 

interaction 

[89] 

Hydrothermal 

treated glucose 

and urea with 

magnetic iron 

composite 

CPX 7.3 6-9 90.1 9.61 17.74 

Langmuir isotherm 

and pseudo-second 

order kinetic 

Electrostatic 

interaction and π-π 

interactions 

[176] 

Municipal solid 

waste biochar 

pyrolyzed at 450 

ᴼC for 30 min 

with Bentonite 

CPX 5.7 6 286.6 2.01 7 

Elovich kinetic 

model and Hills 

isotherm 

Hydrogen bonds 

with π-π electron 

donor interactions 

and electrostatic 

attractions 

[17] 

Other adsorbents 

Functionalized 

magnetic 

fullerene nano-

composite 

(FMFN ) 

CPX 6.4 6 - -  

Pseudo-first and 

second-order kinetic 

with intra-particle 

diffusion 

Chemisorption with 

film diffusion 
[191] 
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Iron 

nanoparticles 

(nano-Fe3O4) 

CPX 6.5 6 
0.04 mmol 

g-1 
-   

Inner sphere 

complexation 

involved with the 

changes in the ions 

[183] 

Red mud Fe3O4 

nanoparticles 
CPX 8 6 111.11 5.76  

Freundlich isotherm 

with pseudo-second-

order kinetics 

Electrostatic 

interactions at 

heterogenic 

surfaces 

[192] 

Nitrilotriacetic 

acid-

functionalized 

magnetic 

graphene oxide 

CPX 7 8 230.57 2.01  
Freundlich isotherm 

with the pseudo-

second-order model 

Electrostatic and π-

π interactions with a 

bridging 

mechanism with 

hydrogen bonds 

[193] 

TiO2 

nanotube/reduced 

graphene oxide 

hydrogel 

CPX - 7 181.8 3.56 138.2  π-π bond and 

hydrogen bond 
[194] 

Iron-based 

MOFs: MIL-

100(Fe) 

LVX 3.2 9 87.34 5.58 110.49 

Freundlich isotherm 

and pseudo-second-

order 

Electrostatic 

interaction 
[195] 

Nano-zerovalent 

iron (NZVI) 

through 

reduction with 

polyethylene 

glycol and 

supported on 

zeolite 

NFX 

3.47 4 

54.67 2.74 37.41 Temkin isotherm 

Chemisorption with 

pollutant competing 

effects. 

[195] 

OFX 28.88 2.56 26.48 

pseudo-second-order 

and Elovich 

competing kinetics  

models 

Iron 

nanoparticles LVX - 5.8 6.848 0.591 - 

Pseudo-second order 

model and Langmuir 

isotherm 

Chemisorption, 

exothermic and 

spontaneous 

[196] 

Fe3O4@SiO2 

Nano titanium 

oxide-chitosan 

and nano-

titanium oxide-

bentonite (NBent-

NTiO2-Chit) 

LVX - 4 90.91 - 16.385 

Langmuir isotherm 

and pseudo-second-

order 

Interfering ions 

compete and thus 

mono-layer 

[197] 
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Red mud CPX - - 19 0.06 22 Freundlich isotherm 

and pseudo-second 

order kinetics 

Electrostatic 

interaction with 

multi-layers 

adsorption 

[188] 

 683 

MMT: montmorillonite, CPX: Ciprofloxacin, LVX: Levofloxacin, EFX: enrofloxacin, NFX: Norfloxacin, OFX: Ofloxacin 684 
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4. Mechanisms of adsorptive removal of FQs 685 

Proposed adsorption mechanisms of FQ antibiotics by adsorbents include electrostatic 686 

interactions, van der Waals, hydrogen bonding and π-π EDA interactions [21,93,127]. These 687 

interactions are plausible due to the presence of functional groups such as -COOH, -OH, -NH2 688 

in FQ as well as a variety of functional groups present on the surface of adsorbents.  689 

In the case of carbon-based adsorbents, a strong electron-withdrawing capability is directed 690 

towards the electronegative fluorine group of the FQ, by which the electron-rich phenyl group 691 

of FQ as π electrons acceptors [98,198]. The available oxyanions on the surface of adsorbents 692 

like AC or biochar contribute to the physisorption interaction. Electron donor-acceptor 693 

interactions occur in the case of AC. Interaction with the functional groups at varying pH, is 694 

seen as a predominant mechanism in the presence of carbonium anions on the AC, as studied 695 

by Carabineiro et al. (2012) [100,102]. In a study by Hu et al. (2019), modified biochar with 696 

ZnO nanoparticles (loaded at different ratios) and biochar derived from camphor leaves were 697 

synthesized at different pyrolysis temperatures and used for CPX removal [115]. It was found 698 

that at varying solution pH, the sorption affinity of CPX removal is optimal at the zwitterionic 699 

state through electrostatic interactions and through π-π stacking from the electron-deficient-700 

rich interactions between the FQ and biochar [127]. The biochar composite contains aromatic 701 

rings that have the ability to donate charges leading to cation-π interactions between CPX and 702 

biochar with an optimal adsorption capacity of 450 mg g-1 at pH 5 [115]  (Table 4). 703 

Carbon-based structures described in this review show a higher adsorption affinity due to the 704 

larger π-plane and quite intricate porous structure, where LVX gets easily accommodated onto 705 

the adsorption sites and higher mass transfer takes place [199]. LVX has a higher electron 706 

density, and this adds an advantage as a π-electron-acceptor unit due to the presence of the 707 

electron-withdrawing effect coming from the fluorine of the LVX. This is further supported by 708 
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the x-ray photoelectron spectroscopy and the Fourier transform infrared results suggesting that 709 

the adsorption is attributed mainly to micropore filling and π–π electron donor-acceptor 710 

interactions [116]. 711 

For clay-based adsorption of FQs, the swelling capability of MMT is an added advantage, due 712 

to the presence of hydroxyl groups on the surface, and the adsorption was enhanced in the 713 

presence of cations in the crystalline structure. The net negative charge is induced through the 714 

imperfection in the crystal lattice that leads to the adsorption of FQ. The presence of the 715 

interlayers of the clay materials provides an additional void to accommodate FQ within the 716 

lattices. For these reasons, clay as an adsorbent has been known for the following interactions: 717 

cation exchange, cation bridging, and hydrogen bonding along with electrostatic attraction. 718 

These interactions are the main mechanisms for the removal of FQ antibiotics by 719 

montmorillonite [200,201]. 720 

The solution pH also plays an important role in the sorption of FQ antibiotics as it influences 721 

the surface charge of the sorbents and the speciation of FQ. In most cases, the amount of FQ 722 

uptake increased with increasing pH up to pH 7-8 and showed a plateau or a declination 723 

thereafter (pH 9-11). Through the studies reviewed here, adsorption behavior was dominated 724 

by speciation in FQ along with the changes in the surface charge through zeta potential before 725 

and after adsorption [140,202]. At pH < pHPZC, the surface is positively charged while at pH > 726 

pHPZC  the surface is negatively charged [203]. As studied by Yang et al. (2012), NFX exists 727 

as a cation when pH < pHPZC (4.8); the adsorption is minimal due to the repulsive interactions 728 

between the surface and NFX [89,204,205]. 729 

For both carbon and clay-based adsorbents, the adsorption is dominated by mostly electrostatic 730 

interactions and/or hydrophobic attractions at the environmental pH. The occurrence of anionic 731 

and cationic charged species through speciation at the environmental pH facilitates the FQ to 732 

be more hydrophobic to the adsorbents which thereafter, have a higher tendency for lower 733 
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water solubility and high lipophobicity of FQ at pH 7; thereby, lowering affinity with water 734 

[206]. The carboxyl-group and piperazinyl group of FQ antibiotic are the proton-binding sites 735 

with dissociation constants (pKa) around 6.0 and 8.0, respectively, providing a higher affinity 736 

for the adsorption of these species onto the adsorbents. Carbon-based adsorbents containing 737 

rich aromatic groups provide hydrophobic sites for interaction of FQ molecules facilitating the 738 

adsorption process. A detailed scheme for carbon and clay-based adsorbents and their major 739 

interactions with FQ antibiotics is depicted in Figure 6. 740 

 741 

Figure 6: Mechanistic scheme showing the possible interactions between clay-carbon 742 

composite adsorbents and FQ antibiotics in aqueous media 743 

5. Performance evaluation of FQ removal  744 

Partition coefficient values are employed in this review to assess the performance of adsorbents 745 

more fairly by reducing the bias in adsorption capacity and removal efficiency with the changes 746 

in the initial contaminant concentrations [91,207]. Therefore, a comparison of the PC values is 747 
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made to understand the true potential of the adsorbents. The PCs of the adsorbents reviewed 748 

are illustrated in (Figure 7). Higher PC values indicate enhanced adsorption affinity and ability. 749 

The highest PC value was observed for graphene-based adsorbents with an adsorption capacity 750 

of 380 mg g-1 [130]. A Fe3O4/C composite, studied by Mao et al. (2016), showed a lower 751 

potential and a lower adsorption capacity than that obtained from graphene with 90.1 mg g-1 as 752 

adsorption capacity for CPX removal. This removal with a PC value of 9.61 L g-1 is attributed 753 

to the strong electrostatic interactions between the anionic moiety of CPX and electron-754 

deficient biochar or any other carbon-based adsorbents surface. Moreover, a municipal solid 755 

waste biochar-bentonite composite showed an optimum adsorption capacity of 286.6 mg g-1 756 

with a lower PC value of 2.01 L g-1 compared to the above study [17]. Thus, when considering 757 

an adsorbent for decontaminating CPX in aqueous media, as a rule of thumb, the composites 758 

outperformed their pristine counterparts and more specifically the Fe3O4/C composite exhibits 759 

better removal among the composites reviewed here.  760 

Another high performer for the adsorption of FQs is carbon composite with Co [106], which 761 

offers a PC value of 69.68 L g-1. This is the highest PC value for the adsorbents reviewed. 762 

However, many other factors are required to consider when choosing the adsorbents apart from 763 

the manufacturing and the operational cost for actual applications. Table 8 indicates the other 764 

aspects of the different adsorbents used for removal of FQ from aqueous systems based on the 765 

techno-economical characteristics of each. Commercial activated carbon showed a high CPX 766 

adsorption capacity of 131.14 mg g-1 but a low PC of 0.661 L g-1 [98]. Out of the 7 classes of 767 

adsorbents for the removal of FQs antibiotics, the performance based on the PC values is in the 768 

following order: graphene > carbon nanotubes > biochar > carbon composite > nano-sorbents 769 

> activated carbon > clay-based sorbents.  770 

The performances of different adsorbents are fairly compared based on the PC values for the 771 

adsorption of FQ under varying experimental conditions. The difference in the initial 772 
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conditions utilized in each of the adsorption studies was compensated for comparative 773 

purposes, to evaluate the best adsorbents for the removal of FQs. Adsorbents in the studies 774 

reviewed here with their PC values could dictate the performance with the FQ antibiotic and 775 

should be further evaluated for practical applications including the production costs, economic 776 

feasibility, practicability and competitiveness of the adsorbents with the other materials used 777 

for the removal of FQ antibiotics from water and wastewater.778 
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  779 

 780 

Figure 7: Summary of partition coefficient (L g-1) values for the adsorbent categories reviewed 781 

Note: bars are not to the scale782 
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Table 8: Techno-economic characteristics of different types adsorbents for the remediation of fluoroquinolones in aqueous media 783 

Adsorbents  

High pH 

dependency 

High 

specific 

area 

Multi 

functionality 

Optimal 

equilibria  

Low 

production 

cost 

Regeneration 

Multi-faceted 

mechanisms 

Laboratory 

scale 

application  

High 

chemical 

cost  

Handling 

difficulties 

Pristine adsorbents   

Paper sludge Activated 

carbon 

Yes Yes No Yes No Yes No Yes No No 

Biochar  Yes No Yes Variable Yes No Yes No No No 

Carbon nanotubes Yes No Yes Variable No Yes Yes Yes Yes Yes 

Graphene-oxides Yes Yes No Variable No Variable Yes Yes Yes Yes 

Kaolinite Yes No No Variable Yes No No Yes No No 

Montmorillonite Yes Yes No Yes No No No Yes No No 

Modified/Composites   

Modified Activated carbon  No Yes Yes Yes No Yes Yes Yes Yes Yes 

Clay-biochar composite  Yes No Yes Yes Yes NS Yes Yes No No 

Magnetic biochar  Variable Yes Yes Yes Yes NS Yes Yes Yes No 

Activated biochar  Yes Yes Yes Yes Yes Yes Yes Yes Yes No 

Protein modified graphene No No Variable Variable No NS Yes Yes Yes No 

Graphene with magnetic 

chitosan  

No Yes Yes Yes No Yes Yes Yes Yes No 
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Graphene with sodium 

alginate  

Yes Yes Yes Yes No Yes Yes Yes Yes No 

Single-walled carbon 

nanotubes with graphene  

Yes Yes Yes Yes No NS Yes Yes Yes Yes 

Multi-walled carbon 

nanotubes with hydrolyzed 

treatment  

Yes Yes Yes Yes No NS Yes Yes Yes Yes 

Note: NS is Not studied for the particular property, variable is varying with different fluoroquinolone studied 784 

 785 
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6. Conclusions and future perspectives 786 

Adsorbents ranging from biochar to complex materials such as carbon nanotubes are critically 787 

analyzed in this review based on their interaction with the FQ antibiotic. Carbon-, nano- and 788 

clay-based sorbents are reviewed in great detail and each of them has promising features as 789 

well as shortcomings for adsorption of different FQ antibiotics. A very handful of research has 790 

been conducted and reported on the performance of these adsorbents through the use of PC as 791 

a tool. Therefore, this review detailed out and went further in comparing the performance of 792 

adsorbents based on various experimental conditions. 793 

The π-π EDA interactions, electrostatic interactions, and pore-filling are the prominent 794 

mechanisms for the adsorption of FQs. However, the mechanisms are dependent on other 795 

factors, such as the solution pH, and adsorbent dosage and properties, which also affect the 796 

extent of FQ antibiotic adsorption. Carbon-based adsorbents such as activated carbon, 797 

graphene, and carbon nanotubes are more homogenous in terms of their structural morphology. 798 

Whereas compared to biochar, which is more source-specific, is made of so many different raw 799 

materials and thus, the extent of adsorption is dependent on production conditions such as the 800 

pyrolysis temperature, yield and activation.  801 

This review categorized the different types of adsorbents and detailed the adsorption process, 802 

postulated mechanisms, adsorption studies and adsorbent characteristics for the remediation of 803 

FQ antibiotics from aqueous media. Among all various adsorbents discussed here, graphene 804 

and CNTs are the best performers and proven to be a proper candidate to adsorb FQ antibiotics 805 

from aqueous solutions. Despite being analyzed and reported at a laboratory scale, most of the 806 

adsorbents reviewed, except AC, are not applied practically for FQ antibiotic removal at water 807 

and wastewater treatment plants due to the lack of reusability studies. Therefore, further 808 

investigations over the physical and chemical properties of the materials reviewed here, are 809 
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required to fill the gap that leads to field operations for a diversified range of antibiotics 810 

including FQ from water and wastewater.  811 

Previous studies did not take into account the complexity of actual environmental scenarios 812 

where FQ antibiotics are bounded on different substrates. Several of these interactions are 813 

possible apart from electrostatic interactions with carbonaceous adsorbents, clay-based, or 814 

composites, making it more challenging to interpret results from different ranges of pH and 815 

ions present in the solution. Thus, more studies are needed with systematic experimental 816 

approaches that lead to predicting parameters usable for extrapolating the fate of FQs across 817 

different pHs and ionic strengths. The surface chemistry of the adsorbents under diversified 818 

environmental conditions needs to be elucidated. 819 
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