
Long nuclear spin polarization decay times controlled by optical pumping
in individual quantum dots

M. N. Makhonin,1 A. I. Tartakovskii,1 A. B. Van’kov,1 I. Drouzas,1 T. Wright,1 J. Skiba-Szymanska,1 A. Russell,2

V. I. Fal’ko,2 M. S. Skolnick,1 H.-Y. Liu,3 and M. Hopkinson3

1Department of Physics and Astronomy, University of Sheffield, Sheffield S3 7RH, United Kingdom
2Department of Physics, University of Lancaster, Lancaster LA1 4YB, United Kingdom

3Department of Electronic and Electrical Engineering, University of Sheffield, Sheffield S1 3JD, United Kingdom
�Received 27 November 2007; revised manuscript received 9 January 2008; published 6 March 2008�

Nuclear polarization dynamics are measured in the nuclear spin bistability regime in a single optically
pumped InGaAs /GaAs quantum dot. The controlling role of nuclear spin diffusion from the dot into the
surrounding material is revealed in pump-probe measurements of the nonlinear nuclear spin dynamics. We
measure nuclear spin polarization decay times in the range of 0.2–5 s, strongly dependent on the optical
pumping time. The long nuclear spin decay arises from polarization of the material surrounding the dot by spin
diffusion for long ��5 s� pumping times. The time-resolved methods allow the detection of the unstable
nuclear polarization state in the bistability regime otherwise undetectable in cw experiments.
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The hyperfine interaction between the magnetic moments
of the electron and nuclear spins1 has been shown to limit the
electron spin lifetime2–7 and coherence8–10 in semiconductor
nanostructures. Optical excitation11–13 and transport5,9,10,14,15

of spin-polarized electrons in semiconductor quantum dots
�QDs� have been found to lead to dynamic nuclear polariza-
tion: Overhauser magnetic fields up to a few Tesla have been
detected in nanostructures16–19 leading to strong modifica-
tions of the confined electron energy spectrum.11–13,16–19 The
control of the nuclear spin has been identified as one of the
prerequisites for the coherent manipulation of the electron
spin in semiconductor nanostructures.20 In this context, ex-
tended nuclear spin polarization lifetimes in a dot are desir-
able and, as we show here, can be achieved by increasing the
optical pumping time, during which not only the dot but also
the surrounding material becomes polarized.

In this work, we measure nuclear spin dynamics in the
optically induced bistability regime in InGaAs /GaAs self-
assembled quantum dots in external magnetic fields Bext of
1–3 T.16–18 We develop a sensitive time-resolved all-optical
method based on the nonlinear behavior of the nuclear spin
polarization in the bistability regime and measure the rise
and decay time of the nuclear polarization in a single dot.
Using this method, we find that the optical pumping time
required to reach a nuclear spin polarization of SN�0.3 in
Bext=2 T can be as short as 100 ms. Working in a pump-
probe mode, where the dot is free of electrons and holes
during the “dark” pump-probe delay time, we find that the
nuclear polarization decay in a single dot is strongly depen-
dent on the pumping time: it can vary from 0.2 s for 100 ms
pumping to 5 s for �3 s pumping. This observation indi-
cates the importance of nuclear spin pumping outside the
dot, which arises due to nuclear spin diffusion from the dot
into the surrounding matrix. Finally, the pump-probe data
allow us to reconstruct the whole nuclear spin bistability
curve, including the unstable nuclear polarization state,
which is otherwise undetectable in cw experiments.

Previously, nuclear spin dynamics were actively studied
in macroscopic samples of high purity bulk GaAs.21–23 Those

experiments probed the dynamics of �1011 nuclear spins in-
teracting with millions of electrons weakly localized on shal-
low donors �Bohr radii of �10 nm�.21–23 The important role
of nuclear spin diffusion in nuclear spin relaxation was iden-
tified and supported by comprehensive theoretical
models.21–23 For GaAs, nuclear spin diffusion coefficient
DGaAs�10−13 cm2 /s was measured.21

In a striking contrast, experiments on individual self-
assembled InGaAs /GaAs quantum dots permit access to
�104 nuclei interacting with strongly confined electrons in-
side a complex In-rich nanostructure, surrounded by the bar-
rier material of a different composition �GaAs�. In contrast to
bulk samples, an optical and electrical access to well-
controlled electron states in the dot is readily available, this
permitting us to shed further light on electron-nuclear spin
dynamics by controlling the number, spin, and lifetime of the
charge carriers on the dot.12,13,16–19 A comprehensive theoret-
ical model of nuclear spin diffusion in the dot should include
parameters such as the shape, composition, and strain distri-
bution, normally unknown for a given self-assembled dot.
Therefore, obtaining experimental data on the nuclear spin
dynamics in QDs becomes very important. Recently, dynam-
ics of nuclear spin in individual InGaAs dots in low mag-
netic fields have been reported.24 However, no evidence for
spin diffusion has been observed.

We present results for QDs grown in the intrinsic region
of an n-type Schottky GaAs /AlGaAs diode. Detailed de-
scription of a very similar sample architecture can be found
elsewhere.25 Low temperature �T=15 K� photoluminescence
�PL� experiments have been performed on individual QDs in
the bias regime where the dominant electron �e� and hole �h�
population configurations on the dot are ehh �X+� and eh
�X0�. The sample was mounted in a magnetic field cryostat in
the Faraday geometry.

It has been demonstrated recently that when an InGaAs
dot in an external magnetic field of 1–3 T is pumped with
�− polarized light, nuclear spin bistability is observed �see
theoretical curve in Fig. 1�a��.16–18 In a cw optical experi-
ment, only the black part of the curve, representing the
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steady-state nuclear polarization SN, is observed, while the
unstable part �gray in Fig. 1�a�� is not detected. As the power
is increased above P2, an abrupt transition to the high SN
branch occurs. If then the power is reduced, a thresholdlike
transition to the low SN branch is observed at P1. For P1
� P� P2, the bistability regime is observed, where two
stable magnitudes of SN are possible. The optically pumped
nuclear polarization is evidenced in single-dot PL spectra
through the occurrence of the significant Overhauser fields
�BN�SN� leading to modification of the exciton Zeeman
splitting ExZ.11–13,16–18 This change of ExZ �measured for a
single dot� is due to the modification of the electron Zeeman
splitting EeZ= �ge��B�Bext−BN�, when �− polarized excitation
is used. Here, ge is the electron g factor and �B is the Bohr
magneton. The switching behavior in Fig. 1�a� occurs due to
the feedback of SN on the nuclear spin pumping rate16–18 via
the BN term in EeZ.26

Examples of theoretical curves calculated in Ref. 27 and
describing the nuclear spin dynamics in the optically induced
bistability regime are plotted in Fig. 1�b� and showed the
time derivative dSN /dt as a function of SN. The theory pre-
dicts only one steady-state SN solution for high and low
power optical pumping of the dot �see gray curves�. For in-
termediate pumping powers, the system enters a three-

solution regime, where the one in the middle �marked Sunst�
is unstable, whereas the other two �marked S1 and S2� are
stable �see black curve�.

We now propose a sensitive pump-probe method to mea-
sure the nuclear spin evolution in a single QD based on the
nonlinear polarization dynamics in the bistability regime. In
our experiments, a strong pump pulse excites a single dot for
a time tpump �see diagram in Fig. 1�c��. The PL signal is then
measured using a charge coupled device and a double mono-
chromator during excitation with a probe pulse of duration
tprobe delayed with respect to the pump by tdelay. Both pump
and probe are �− polarized and excite the sample into the
low energy tail of the wetting layer states, about 120 meV
above the lowest QD exciton state. The pump power corre-
sponds to the high power regime observed above P2 in Fig.
1�a�. The probe power is in the bistability regime, P1
� Pprobe� P2. We employ tprobe=8 s in order to reach the
steady-state nuclear polarization during the probe excitation.
During the delay time tdelay, the dots are strictly empty with
neither optically nor electrically generated charges present,
so that the evolution of the nuclear spin polarization is not
affected by the e-h dynamics during the “dark time” �in con-
trast to Ref. 24�.

The pump-probe method is based on the following prop-
erty of the nuclear spin dynamics in the bistability regime.
Depending on the initial nuclear polarization, SN�tdelay�,
when the probe excitation is switched on, the final steady
state can occur either at SN=S1 or SN=S2 in Fig. 1�b�. If a
probe pulse with the power marked Pprobe in Fig. 1�a� is
switched on at a moment when SN�tdelay��Sunst�Pprobe�, the
nuclear spin polarization will decay to the low polarization
branch �see Fig. 1�a�� as follows from dSN /dt�0 in Fig.
1�b�. In contrast, a high SN will be observed if SN�tdelay�
�Sunst�Pprobe�. In the experiment, for each tdelay, we find the
smallest Pprobe for which the steady-state nuclear spin is
driven to the high nuclear polarization state �marked S1 in
Fig. 1�b��. The Pprobe�tdelay� dependence then reflects the de-
cay with time of the nuclear spin excited by the pump pulse.
Note that the method we employ implies that SN very close
to Sunst is probed for each Pprobe.

The switching from S2 to S1 is observed in PL as a clear
reduction of the QD exciton Zeeman splitting by
50–80 �eV. When no switching takes place �SN=S2�, a
large exciton Zeeman splitting, ExZ��ge+gh��BBext, is ob-
served due to the weak contribution of BN, whereas a strong
modification of ExZ��ge+gh��BBext− �ge��BBN is found for
SN=S1.

Figure 2�a� shows several examples of dynamics curves
measured for a single InGaAs dot employing the method
explained above. The curves are measured at Bext=2 T and
correspond to different durations of the pump pulse: 0.3,
0.75, and 10 s �shown with squares, triangles, and circles,
respectively�. All curves exhibit a common dependence: the
probe power required to drive the nuclear spin in the dot to
the high polarization branch increases with tdelay. This corre-
sponds to the gradual decay during tdelay of the nuclear po-
larization excited by the pump. As shown in our previous
work, the initial nuclear spin polarization generated by the
pump, S0, can be determined from measurements of the
Overhauser shift in PL.
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FIG. 1. �Color online� �a� Nuclear spin polarization in a single
dot as a function of optical power in a nuclear spin bistability re-
gime. Gray �black� parts of the curve correspond to the stable �un-
stable� nuclear polarizations on the dot. P2 �P1� mark the threshold-
like transitions to the high �low� nuclear polarization branch. An
unstable polarization state for an excitation power Pprobe is marked
Sunst with the arrow up �down� pointing toward the steady-state
nuclear polarizations when the initial polarization is above �below�
Sunst. Smax and Smin mark the range where the evolution of nuclear
polarization SN is measured in our time-resolved experiments. �b�
Calculated nuclear spin dynamics curve dSN /dt as a function of SN.
The low and high excitation power curves are shown in gray. For
the medium power curve �black�, the stable, S1 and S2, and un-
stable, Sunst, states are marked. �c� Diagram of the pump-probe ex-
periment, depicting the light pulse sequence employed.
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The data points for the longest tdelay on the decay curves
in Fig. 2�a� were measured for Pprobe�0.9P2 �see P2 label in
Fig. 1�a��. These correspond to the maximum delay time and
lowest SN that can be measured reliably in this experiment.
For higher Pprobe, the nuclear spin on the dot is driven to the
high SN state even without the pump excitation. As evi-
denced from the measurement of the Overhauser shift, at
Bext=2 T, this cutoff occurs at Smin�0.11, 28 �see Figs. 1�a�
and 3�, below which the remaining nuclear polarization gen-
erated by the pump produces no change of the polarization
generated by the probe. In Fig. 2�a�, we denote the time
where the curves reach this cutoff polarization level as t*. As
seen from Fig. 2�a�, t* increases markedly with tpump, indi-
cating slower nuclear polarization decay for longer pumping
times.

This dependence is summarized in Fig. 2�b�. We find that
for tpump�0.1 s, nuclear spin switching to the high polariza-
tion state is not possible. For tpump varied from 0.1 to 2 s, the
function t*�tpump� exhibits a marked increase from
0.25 to 3 s. t*�tpump� then saturates at �5 s for tpump�5 s.
Irrespective of the pumping time, the degree of nuclear po-
larization inside the dot reaches the same maximum magni-
tude of �0.32 corresponding to an Overhauser shift of
�88 �eV.29 This observation together with the strong de-
pendence t*�tpump� in Fig. 2�b� can only arise if the rate of
spin depolarization on the dot is governed by the finite
nuclear spin polarization outside the dot. Note that there are

no charge carriers in the QD during the dark delay times
which may affect nuclear polarization as in Ref. 24. The
polarization of nuclei directly via optical excitation in the
wetting layer is unlikely since the carriers relax to the lowest
QD states during several picoseconds after excitation.30 The
most likely scenario for the polarization outside the dot is
diffusion of the nuclear spin initially excited on the dot into
the bulk during the pumping time.21

The evidence for diffusion is supported by the results of
our modeling. The contour plots in Fig. 2�b� show two-
dimensional �2D� cross sections of the nuclear polarization
occurring in the dot and surrounding bulk during the pump
excitation with a short �bottom� and long �top� tpump. These
figures are calculated by numerically solving a standard
three-dimensional diffusion equation,

dSN�r,t�/dt = DQD�SN�r,t� , �1�

with a condition of time-independent polarization in the dot
volume, approximated by a disk of a low aspect ratio. Here,
DQD is the nuclear spin diffusion coefficient. As seen in the
upper contour plot in Fig. 2�b�, for short tpump, the high po-
larization volume is mainly confined to the dot itself. In this
case, after the pump is switched off, strong leakage of the
nuclear spin occurs through the large dot surfaces on the top
and bottom of the dot, leading to a fast one-dimensional-like
spin diffusion and rapid decay of the nuclear spin polariza-
tion on the dot. A much larger volume becomes polarized if
longer pumping is employed due to spin diffusion from the
highly polarized dot into the surrounding matrix, as shown in
the lower contour plot of Fig. 2�b�, with consequential slow-
ing down of the diffusion rate and hence nuclear spin polar-
ization decay rate.

In order to model the t*�tpump� dependence in Fig. 2�b�,
we calculate the decay of SN in the dot to the cutoff level Smin
using as the initial spatial distribution of SN the polarization
established in and around the dot during the pumping time.
The decay time obtained in such a way corresponds to the
experimentally determined t*�tpump� function and is plotted in
Fig. 2�b� �black line�. We used a 4 nm�20 nm disk-shaped
dot31 and obtained the best fit for DQD=5�10−14 cm2 /s con-
sistent with previously reported values for bulk GaAs
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FIG. 2. �Color online� �a� Pump-probe curves, Pprobe�tdelay�, ob-
tained for pump durations tpump of 0.3 �squares�, 0.75 �triangles�,
and 10 �circles� s and probe duration tprobe=8 s. The last point in
each curve corresponds to the characteristic decay time t* as shown
for the curve with tpump=0.3 s. t* is plotted in �b� as a function of
tpump �triangles�. The contour plots in �b� show calculated 2D cross
sections of the nuclear spin distribution in a dot and the surrounding
material for tpump=0.1 �bottom� and 10 �top� s. The black line
shows results of simulations using Eq. �1� with DQD=5
�10−14 cm2 /s. The curve obtained with additional polarization de-
cay rate of 10−2 s−1 is shown in gray.
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�DGaAs�10−13 cm2 /s �Ref. 21��. Very good agreement with
experiment is achieved in the range of tpump	10 s. The dis-
crepancy between theory and experiment observed for tpump
�10 s may originate from additional nuclear spin polariza-
tion decay processes such as spin-lattice relaxation with
characteristic decay times of the order of 102–103 s �Ref. 32�
which will lead to the observed saturation of t*�tpump� at long
tpump. A better fit to the experiment at long tpump is obtained
with an additional spin decay term introduced to Eq. �1�
�gray line in Fig. 2�b��.

We note that a more accurate diffusion model should take
into account the complex dot structure where the interface,
strain, and wetting layer may play a role. Additional effects
slowing down the diffusion in the presence of the external
magnetic field may arise due to the complexity of the dot and
barrier composition: difference in the Zeeman splitting will
result in suppression of the spin exchange between the unlike
nuclear spin species. Our simplified model does not take
such effects in consideration but rather provides an effective
diffusion coefficient DQD combining all such factors, leading
to a reasonable agreement with previous data on GaAs bulk
samples.21 For a more comprehensive nuclear spin diffusion
model for QDs, we refer readers to Ref. 33.

Our calculations show that in the slow polarization decay
regime, the decay of the nuclear spin can be approximated
with a time-independent rate. Using this assumption, we es-
timate the slowest nuclear spin depolarization rate in our dot,
wdep

min, achieved for tpump=10 s. The maximum and minimum
�cutoff� magnitudes of SN probed in the dynamics experiment
are determined from a measurement of the bistability curve
using single-beam excitation �Fig. 3�. The threshold powers
where transitions to high and low SN take place are labeled as
in Fig. 1�a� as P2 and P1, respectively. From the magnitude
of the Overhauser shift in the single-beam measurement, we
estimate SN�0.11 and 0.30 just before the thresholds at P2
and P1, respectively. For all curves in Fig. 2�a�, the data
points measured at the shortest and longest tdelay correspond
to excitation with Pprobe� P1 and P2, respectively. We now
use SN�tdelay�=S0 exp�−tdelaywdep

min� and consider the curve with

tpump=10 s �circles in Fig. 2�a��. Substituting the magnitudes
of SN for P2 and P1, we obtain wdep

min=0.19
0.02 s−1. Slow
decay rates are thus achieved by prolonged optical pumping,
even though the dot and the surrounding matrix are com-
posed of similar material, where rather efficient spin diffu-
sion and hence fast polarization decays would normally be
expected.

As described above, each data point Pprobe�tdelay� corre-
sponds to the nuclear polarization SN�tdelay��Sunst�Pprobe�.
By applying the approximation of time-independent polar-
ization decay for long tpump, we can now replot Pprobe�tdelay�
as SN�Pprobe� using the depolarization rate wdep

min found above.
The function SN�Pprobe� obtained for S0=0.32 and wdep

min

=0.19 s−1 is plotted in Fig. 3 with circles, and with high
accuracy corresponds to Sunst as a function of optical power
�as shown in Figs. 1�a� and 1�b��.

In conclusion, in this work, we measure nuclear spin dy-
namics in a single InGaAs /GaAs quantum dot in the regime
of optically induced nuclear spin bistability in magnetic field
of 1–3 T. We develop a method sensitive to weak variations
of the nuclear spin on the dot that is based on the strongly
nonlinear nuclear spin dynamics in the bistability regime.
Using this method, we find that nuclear spin excited on the
dot diffuses into the surrounding dot matrix. This is in con-
trast to recent studies of the nuclear spin dynamics in similar
single InGaAs dots at Bext	0.22 T.24 The reason for weak
diffusion effects for low fields is currently unclear. As we
show, the nuclear spin polarization decay can be suppressed
by polarizing the surrounding matrix, a process which can be
controlled by the optical pumping time.
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